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To translate recent advances in induced pluripotent stem cell biology to clinical regenerative medicine therapies,
new strategies to control the co-delivery of cells and growth factors are needed. Building on our previous work
designing Mixing-Induced Two-Component Hydrogels (MITCHs) from engineered proteins, here we develop
protein-polyethylene glycol (PEG) hybrid hydrogels, MITCH-PEG, which form physical gels upon mixing for
cell and growth factor co-delivery. MITCH-PEG is a mixture of C7, which is a linear, engineered protein containing

K ds: . . . . .
i;ggv ores seven repeats of the CC43 WW peptide domain (C), and 8-arm star-shaped PEG conjugated with either one or
Hydrogel two repeats of a proline-rich peptide to each arm (P1 or P2, respectively). Both 20 kDa and 40 kDa star-shaped

Protein engineering PEG variants were investigated, and all four PEG-peptide variants were able to undergo a sol-gel phase transition
VEGF when mixed with the linear C7 protein at constant physiological conditions due to noncovalent hetero-
Endothelial cell dimerization between the C and P domains. Due to the dynamic nature of the C-P physical crosslinks, all four
gels were observed to be reversibly shear-thinning and self-healing. The P2 variants exhibited higher storage
moduli than the P1 variants, demonstrating the ability to tune the hydrogel bulk properties through a biomimetic
peptide-avidity strategy. The 20 kDa PEG variants exhibited slower release of encapsulated vascular endothelial
growth factor (VEGF), due to a decrease in hydrogel mesh size relative to the 40 kDa variants. Human induced
pluripotent stem cell-derived endothelial cells (hiPSC-ECs) adopted a well-spread morphology within three-
dimensional MITCH-PEG cultures, and MITCH-PEG provided significant protection from cell damage during
ejection through a fine-gauge syringe needle. In a mouse hindlimb ischemia model of peripheral arterial disease,
MITCH-PEG co-delivery of hiPSC-ECs and VEGF was found to reduce inflammation and promote muscle tissue
regeneration compared to a saline control.
© 2014 Elsevier B.V. All rights reserved.

1. Introduction

We introduce a new family of injectable hydrogels formed through
the dynamic hetero-assembly of a linear, engineered protein with a
star-shaped, peptide-modified PEG molecule that takes advantage of
biomimetic avidity to fine-tune the hydrogel properties. Following the
first report of Mixing-Induced Two-Component Hydrogels (MITCHs),
which were composed entirely of linear, engineered proteins [1], the
strategy was expanded by several groups to demonstrate the successful
mixing-induced gelation of star-shaped, peptide-modified PEG
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molecules using a variety of peptide binding domains [2-6]. In all of
these systems, gelation is induced by noncovalent peptide hetero-
assembly when the individual hydrogel components are mixed togeth-
er. Because the mechanical properties of MITCH systems are directly re-
lated to the concentration and binding affinity of the hetero-assembled
crosslinks [1,7], we hypothesized that presenting dimers of binding li-
gands in close proximity would result in a dramatic lowering of the ap-
parent equilibrium dissociation constant, Kq app, and hence increase the
number of hetero-assembled crosslinks. This gelation mechanism
mimics the evolved strategy of avidity, i.e. the combined enhancement
of multiple weak affinity interactions. At a molecular level, avidity can
be mechanistically explained by considering the dynamic, noncovalent
binding of a single protein receptor to a single ligand within a larger
array of ligands. Although the protein receptor will bind and unbind

Please cite this article as: W. Mulyasasmita, et al., Avidity-controlled hydrogels for injectable co-delivery of induced pluripotent stem cell-derived
endothelial cells and growth fact..., ]. Control. Release (2014), http://dx.doi.org/10.1016/j.jconrel.2014.05.015



http://dx.doi.org/10.1016/j.jconrel.2014.05.015
mailto:heilshorn@stanford.edu
http://dx.doi.org/10.1016/j.jconrel.2014.05.015
http://www.sciencedirect.com/science/journal/01683659
http://dx.doi.org/10.1016/j.jconrel.2014.05.015

2 W. Mulyasasmita et al. / Journal of Controlled Release xxx (2014) Xxxx-Xxx

the ligand with the kinetic rate constants, ko, and ko, the likelihood of
the unbound receptor quickly finding another ligand to rebind will
increase as the ligand density increases. Therefore, the apparent kop
also increases with ligand density, effectively lowering the apparent
equilibrium dissociation constant. As a result, multiple weak binding in-
teractions can appear to have a much higher effective binding energy.
While this avidity-based, multivalent strategy has been widely applied
in the field of nanobiotechnology for drug delivery, bioimaging, and
biosensing applications [8-10], it has yet to be explored in peptide
hetero-assembled hydrogels.

We further hypothesized that these avidity-controlled MITCH sys-
tems would be tunable carriers for the co-delivery of induced pluripo-
tent stem cell-derived endothelial cells and growth factors. Human-
induced pluripotent stem cell-derived endothelial cells (hiPSC-ECs)
are ideal candidates for vascular therapy. Reprogrammed from somatic
cells, iPSCs offer an abundant source of autologous cells that mitigate
immunogenicity and ethical concerns [11]. In a murine hindlimb ische-
mia model for peripheral arterial disease (PAD), hiPSC-ECs injected into
the ischemic calf muscle enhanced microvessel density and improved
blood reperfusion by secreting angiogenic cytokines and incorporating
into expanding endogenous microvasculature [12]. The clinical adop-
tion of hiPSC-EC therapy is currently hampered by the rapid decline
of transplanted cell viability, which necessitates multiple cell adminis-
trations for sustaining therapeutic efficacy [12]. Acutely, the number
of viable cells plummets during injection due to membrane-disruptive
extensional forces experienced in the syringe needle [13]. Pre-
encapsulation of cells within a shear-thinning, self-healing physical
hydrogel can provide significant protection from these mechanical
forces [13-15]; therefore, we hypothesized that avidity-controlled
MITCH systems may provide a similar protective effect.

Without the aid of a biomaterial carrier, efforts to enhance
transplanted cell survival typically involve donor cell supplementation
with biochemical factors that block apoptotic pathways associated
with hypoxia and inflammatory insult [16,17]. Vascular endothelial
growth factor (VEGF) is a promising drug for co-delivery with hiPSC-
ECs into ischemic target tissues, since VEGF is known to promote endo-
thelial cell proliferation, survival and migration. In addition to enhanc-
ing donor cell survival, VEGF is a potent pro-angiogenic signal that
could augment hiPSC-EC paracrine signaling and improve blood reper-
fusion by coaxing endogenous revascularization. Similar to many solu-
ble pro-survival factors [18], VEGF has a short in vivo circulating half-
life (3 min in mice) [19]. Moreover, bolus delivery of VEGF results in a
rapid dosage burst that produces leaky and aberrant vessels and off-
target effects [20] instead of mature and stable vasculature. In a murine
hindlimb ischemia model, optimal revascularization was achieved by a
profile of high initial VEGF dosage, followed by steadily decreasing
concentration over time [20]. Temporal regulation therefore underpins
the safety and efficacy of cell and VEGF combinatorial therapy.

Previously, several types of hydrogel scaffolds have been used to de-
liver cells and angiogenic growth factors separately or in combination to
increase vascularization in ischemic models [21-23]. These hydrogels
include collagen-fibronectin [24], alginate [24,25], fibrin [26], gelatin
[27], poly(lactide-co-glycolide) (PLGA) [28,29], and peptide amphi-
philes [30]. A collagen-fibronectin gel that encapsulated VEGF-loaded
alginate microparticles and endothelial cells was implanted into the
gastrocnemius muscle of mice with induced hindlimb ischemia [24].
VEGF released from the microparticles increased the survival of the
transplanted endothelial cells and enhanced muscle myoglobin expres-
sion, a sign of recovery from ischemia, compared to solely cell trans-
plantation or VEGF delivery [24]. This synergistic angiogenic effect was
also demonstrated by implanting fibrin scaffolds containing angiogenic
growth factors and directly injecting bone marrow cells to the murine
ischemic muscles [26]. While these implanted hydrogel scaffolds
showed enhanced neovascularization by co-delivery of cells and
growth factors, the gels were not injectable and required surgical im-
plantation. Furthermore, these scaffolds, which are based on harvested

biopolymers (e.g. collagen, fibronectin, fibrin), offer limited control over
the material properties compared to engineered matrices.

To demonstrate the suitability of our newly developed avidity-
controlled MITCH system for injectable co-delivery of hiPSC-ECs and
VEGF, we synthesized and characterized a family of four hydrogels
with tunable viscoelastic and diffusive properties. As proof of concept,
we further evaluated the lead formulation in a preclinical murine
hindlimb ischemia model of peripheral arterial disease. To the best of
our knowledge, this work represents the first demonstration of avidity-
controlled, injectable hydrogels for applications in regenerative cell and
drug combination therapy.

2. Materials and methods
2.1. Synthesis and purification of C7 protein

The C7 recombinant protein polymer (see Fig. S1 for full amino acid sequence) was
cloned, synthesized, and purified as reported previously [1]. In brief, the DNA sequence
encoding the C7 block copolymer was cloned into the pET-15b vector (Novagen) and
transformed into the BL21(DE3)pLysS Escherichia coli host strain (Life Technologies).
Protein was expressed following isopropyl [3-p-1-thiogalactopyranoside (IPTG) induction,
purified by affinity chromatography via the specific binding of N-terminal polyhistidine
tag to Ni-nitrilotriacetic acid resin (Qiagen), buffer exchanged into phosphate-buffered sa-
line (PBS), and concentrated by diafiltration across Amicon Ultracel filter units (Millipore)
with 30 kDa Molecular Weight Cut-Off (MWCO). Protein identity and purity were con-
firmed by gel electrophoresis, MALDI-TOF mass spectrometry, and amino acid composi-
tional analysis (data not shown).

C7 protein used in in vivo experiments was further subjected to lipopolysaccharide
(LPS) removal by four cycles of phase separation and temperature transition extraction
with Triton X-114. Residual Triton X-114 was removed by overnight incubation with
Bio-Beads SM-2 Adsorbents (Biorad), and the PyroGene Recombinant Factor C
Endotoxin Detection Assay kit (Lonza) was used to confirm the reduction of LPS
levels to below 5 EU/mg in the final C7 protein solutions.

2.2. Conjugation of P1 and P2 peptides to 8-arm PEG

8-Arm polyethylene glycol vinyl sulfone (8-arm-PEG-VS) with nominal molecular
weights of 20 and 40 kDa were purchased from Nanocs (Boston, MA). Peptides P1
(EYPPYPPPPYPSGC, 1563 Da) and P2 (EYPPYPPPPYPSGGGGGEYPPYPPPPYPSGC, 3234 Da)
were purchased through custom peptide synthesis from Genscript Corp (Piscataway, NJ,
USA) and confirmed to have purity of 92-98% by HPLC. All other chemicals were purchased
from Sigma-Aldrich (Milwaukee, WI) unless otherwise noted. A Michael-type addition of
P1 or P2 to 8-arm-PEG-VSs was conducted in a Schlenk tube in the presence of tris(2-
carboxyethyl)phosphine (TCEP). Peptides (P1 or P2), 8-arm-PEG-VS (20 kDa or
40 kDa), and TCEP were dissolved at a molar ratio of thio:VS:TCEP = 1.5:1:0.05 in 0.3
M triethanolamine (TEA) solution and pH was adjusted to 8.0. The reaction solution
was then degassed, flushed with nitrogen, and maintained in a 37 °C incubator for 24 h.
The solution was then lyophilized and washed with chloroform to remove unreacted
PEG. The precipitate was redissolved and dialyzed into deionized water, using 10 kDa
MWCO dialysis tubing. A second lyophilization step yielded the final 8-arm-PEG-peptide
conjugate products as white powder, with overall conjugation efficiency of ~80%.

The chemical structures of the purified 8-arm-PEG-peptide conjugates were
confirmed by 'H Nuclear Magnetic Resonance (NMR) spectrometry, acquired on a
Varian Inova 500 MHz NMR spectrometer. Deuterium oxide containing a trace
amount of 4,4-dimethyl-4-silapentane-1-sulfonic acid (DSS) (Cambridge Isotope
Laboratories, Andover, MA) was used as a solvent. Peptide conjugation efficiency
was quantified from the ratio of the area under the tyrosine doublets to the peak
area corresponding to the PEG backbone. Compositional purity was characterized
by polyacrylamide gel electrophoresis (PAGE) under non-denaturing conditions.
Bands were visualized by staining with Coomassie brilliant blue dye.

2.3. Isothermal titration calorimetry (ITC)

The differential binding affinity of P1 and P2 peptides to C1 (a single CC43 WW
domain) was studied by measuring enthalpy changes using a Nano ITC instrument (TA In-
struments, New Castle, DE, USA). All peptides were dissolved and dialyzed overnight
(MWCO = 1.0 kDa) against PBS (pH 7.4) to ensure buffer matching. 2 mM of C1 solution
was loaded in the injection syringe and titrated into 0.2 mM P1 or P2 solution in the sam-
ple cell in a sequence of 16 injections of 3 pL volumes. Successive injections were delayed
by 5 min to allow equilibration. All experiments were conducted at 25 °C with constant
stirring at 300 rpm. The NanoAnalyze software was used to transform raw heat against injec-
tion number into enthalpy change per mole of injectant against molar ratio. The integrated
isotherms were then fitted to an independent site model to obtain thermodynamic param-
eters of binding.
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2.4. Bulk rheological measurement

Each WW domain in C7 is treated as one C unit. Since ITC measurements revealed that
both P1 and P2 bind to C1 with approximately 1:1 stoichiometry, each pendant peptide
group (P1 or P2) in the 8-arm-PEG-peptide conjugates was treated as one P unit regard-
less of multivalency. Thus, in calculating C:P ratios, P2 is considered as one P unit even
though it has two repeats of the proline-rich peptide domain.

Unless otherwise specified, MITCH variants 8P1-20k, 8P2-20k, 8P1-40k, and 8P2-40k
refer to hydrogel mixtures of C7 and 8-arm-PEG-P1 (20 kDa), 8-arm-PEG-P2 (20 kDa), 8-
arm-PEG-P1 (40 kDa), and 8-arm-PEG-P2 (40 kDa), respectively, mixed to achieve a final
concentration of 10% w/v and a C:P ratio of 1:1.

Dynamic oscillatory rheology experiments were performed on a stress-controlled
rheometer (AR-G2, TA instrument, New Castle, DE) using a 25-mm diameter cone-plate
geometry. Gel samples were prepared by mixing equal volumes of 10% w/v 8-arm-PEG-
peptide conjugates with 10% w/v C7, at volume ratios corresponding to various C:P stoi-
chiometric ratios. Samples were loaded immediately onto the rheometer, and a humidity
chamber was secured in place to prevent dehydration. Frequency sweeps at 37 °C were
performed at 5% constant strain to obtain storage modulus G’ and loss modulus G".

Shear-thinning and self healing properties of the gel samples (8P1-20k, 8P2-20k, 8P1-
40k, and 8P2-40k, concentration = 10% w/v, C:P ratio = 1:1) were characterized at 37 °C
by measuring linear viscosities () under a time sweep mode, at alternating low and high
shear rates of 0.1 s~ ' and 10 s~ !, respectively, for 30 s each and a total of 150 s.

2.5. Fluorescence recovery after photobleaching (FRAP) diffusivity measurement

Fluorescence recovery after photobleaching (FRAP) measurement was performed
using dextran (MW = 20, 40, and 70 kDa) conjugated to fluorescein isothiocyanate
(FITC) (Invitrogen). Dextran was individually mixed with various MITCH-PEG formula-
tions (8P1-20k, 8P2-20k, 8P1-40k, and 8P2-40k; gel volume = 30 L, concentration =
10% w/v, C:P ratio = 1:1) at a final dextran concentration of 4 mg/mL, and the total fluo-
rescence intensity was visualized at 37 °C using a Leica TCS SP5 confocal microscope at low
light intensity. Photobleaching was done by exposing a 100 x 100 pm spot in the field of
view to high intensity laser light. A series of images were taken every 3 s for 5 min to
track the recovery of fluorescence. Control experiments were also performed using PBS,
rat-tail Type I collagen (2 mg/mL, BD Biosciences), and growth-factor-reduced Matrigel
(BD Biosciences) as diffusion media, prepared according to manufacturers' protocols.
The resulting fluorescence recovery profiles were modeled by Fickian diffusion according
to a previously reported method to calculate dextran diffusivities [31].

2.6. Kinetics of hydrogel erosion and dextran and VEGF release

MITCH-PEG formulations (8P1-20k, 8P2-20k, 8P1-40k, and 8P2-40k; gel volume =
30 L, concentration = 10% w/v, C:P ratio = 1:1) were formed by mixing the PEG-peptide
component and C7 in a circular silicone mold (diameter = 4 mm, height = 2 mm) within
a 24-well plate (n > 3). The mixture was allowed to undergo sol-gel phase transition for
15 min at 37 °C in a humidified incubator, after which 1.5 mL of PBS was added to each
well. Sampling volumes of 100 pL were obtained from the PBS supernatant and wells
were replenished with 100 pL of fresh PBS over a period of 14 days. Gel erosion kinetics
were studied by using absorbance spectroscopy at 280 nm (SpectraMax M2 Spectropho-
tometer, Molecular Devices) to measure the amount of protein released into the superna-
tant at each time point.

To study dextran release kinetics, 20 kDa FITC-dextran (Invitrogen) was encapsulated
in various MITCH-PEG formulations (8P1-20k, 8P2-20k, 8P1-40k, and 8P2-40k; gel
volume = 30 pL, concentration = 10% w/v, C:P ratio = 1:1) by first mixing with
the PEG-peptide component and subsequently with C7 in a circular silicone mold (diam-
eter = 4 mm, height = 2 mm) within a 24-well plate (n > 3). The initial amount of dex-
tran in each gel was 6 pg, at a concentration of 0.2 mg/mL. The mixture was allowed to gel
for 15 min at 37 °Cin a humidified incubator, after which 1.5 mL of PBS was added to each
well. Release kinetics were followed by sampling and replenishing 100 pL of the PBS
supernatant over a period of 14 days. The amount of dextran that had been released in
the sampling volume was quantified using a SpectraMax M2 Spectrophotometer (Molec-
ular Devices) to measure fluorescence at 488 nm.

Recombinant human VEGF;¢;s (carrier free, R&D Systems) was dissolved in PBS (sup-
plemented with 0.1% w/v BSA) and encapsulated in various MITCH-PEG formulations
(8P1-20k, 8P2-20k, 8P1-40k, and 8P2-40k; gel volume = 30 pL, concentration = 10%
w/v, C:P ratio = 1:1) by first mixing with the PEG-peptide component and subsequently
with C7 in a circular silicone mold (diameter = 4 mm, height = 2 mm) within a 24-well
plate (n > 3). The initial amount of VEGF in each gel was 3 pg, at a concentration of
0.1 mg/mL. The mixture was allowed to gel for 15 min at 37 °C in a humidified in-
cubator, after which 1.5 mL of PBS (supplemented with 0.1% w/v BSA) was added to
each well. Release kinetics were followed by sampling and replenishing 100 pL of the
PBS supernatant over a period of 14 days. Samples were frozen at —80 °C immediately
after collection and thawed prior to quantification. The amount of VEGF present in the
supernatant at each time point was quantified using Human VEGF Quantikine ELISA Kit
(R&D Systems), according to the manufacturer's protocol.

2.7. Cell culture and maintenance

Human induced pluripotent stem cells (hiPSCs) were generated from adult dermal fi-
broblasts using retroviral constructs encoding Oct4, Sox2, c-Myc and KIf4, as described

previously [12]. hiPSCs were cultured on mouse embryonic fibroblast feeder cells and
maintained in standard WiCell human embryonic growth medium supplemented with
10 ng/mL basic fibroblast growth factor. Endothelial differentiation was initiated by incu-
bating confluent cultures of hiPSCs with 1 mg/mL type IV collagenase for 10 min. Cells were
then transferred to ultra low attachment dishes and cultured in differentiation medium (o
Minimum Eagle's Medium, 20% fetal bovine serum, L-glutamine, 3-mercaptoethanol
(0.05 mmol/L), 1% non-essential amino acids, bone morphogenetic protein-4 (BMP-4,
50 ng/mL, Peprotech), and vascular endothelial growth factor (VEGF-A, 50 ng/mL,
Peprotech)) for 4 days to form embryoid bodies (EBs). On day 4, EBs were reattached to
gelatin-coated dishes and further supplemented with VEGF-A for 10 days before purification.
Differentiation medium was changed every 2 days.

On day 14 of differentiation, hiPSC-derived endothelial cells (hiPSC-ECs) were disso-
ciated into single cells and purified by fluorescence activated cell sorting (FACS) using
(D31 antibody (eBiosciences). Endothelial identity of the purified hiPSC-ECs was charac-
terized following protocols reported in previous publications [12,32]. To facilitate non-
invasive tracking, hiPSC-ECs were lentivirally transduced with a double fusion reporter
construct encoding firefly luciferase (Fluc) and enhanced green fluorescence protein
(eGFP) under a ubiquitin promoter [12]. For use in cell encapsulation and injection exper-
iments, hiPSC-ECs (Fluc+/eGFP +) were expanded in EGM-2MV medium (Lonza).

2.8. In vitro cell encapsulation, injection, and quantification of viability

All in vitro encapsulation and injection experiments were performed with 25 pL gel
volumes containing 3.3 x 10* cells. hiPSC-ECs were trypsinized and resuspended to a
density of 6.7 x 10° cells/mL in EGM-2MV media. Cell suspension (5 pL) was first mixed
with the 8-arm PEG-peptide conjugate solution (20% w/v in PBS) and PBS before further
mixing with C7 (10% w/v in PBS). The volumes of 8-arm-PEG-peptide conjugate solution
and C7 were adjusted to achieve a final C:P ratio of 1:1 at a total hydrogel concentration of
10% w/v.

For cell injection studies, the final mixing step with C7 was performed in the barrel of
a 28 G insulin syringe. The mixture was allowed to gel for 5 min before injecting into a cir-
cular silicone mold (diameter = 4 mm, height = 2 mm) within a 24-well plate at a rate of
~0.5 mL/min (n > 4). For 3D culture studies, the C7 mixing step was performed directly in
the silicone mold in a 24-well plate (n > 4), and the mixture was allowed to gel for 5 min
before EGM-2MV media addition and incubation in EGM-2MV media. In both studies, cell
suspension in PBS was included as control.

To assess cell viability, samples were incubated with p-luciferin (150 pg/mL), and bio-
luminescence imaging (BLI) was performed with an IVIS imaging system (Xenogen Corp.).
The Living Image software (Xenogen Corp.) was used for data acquisition and analysis. BLI
intensity was expressed in units of photons/cm?/s/sr.

Cells were fixed with 4% paraformaldehyde, permeabilized with 0.25% Triton X-100
solution in PBS, and blocked in 5% bovine serum albumin (BSA) and 0.5% Triton X-100
in PBS before incubation in anti-human CD31 primary mouse antibody (1:200, Cell Signal-
ing Technology). All antibodies are dissolved in 2.5% BSA and 0.5% Triton X-100 in PBS.
After 3 washes, samples were further incubated with Alexa Fluor 546 F(ab’)2 Fragment
of Goat Anti-Mouse IgG (H + L) (1:1000 dilution, Life Technologies), Alexa Fluor 633
Phalloidin (1:300 dilution, Life Technologies), and DAPI (1 pg/mL, Life Technologies)
before washing and mounting in ProLong Gold Antifade (Life Technologies). Images of
cell morphology were obtained using a Leica TCS SP5 confocal microscope.

2.9. Hindlimb ischemia

Unilateral hindlimb ischemia was induced in male NOD SCID mice (12-16 weeks old)
by ligating the left femoral artery, as previously reported [12]. The contralateral limb
served as non-ischemic control. Surgery was performed under constant isoflurane anes-
thesia, and all animal procedures were approved by the Administrative Panel on Laborato-
ry Animal Care at Stanford University. Immediately following ischemia induction, animals
were randomly assigned to receive intramuscular (IM) injection in the gastrocnemius
muscle (n = 4 in each group), of the following payloads: 1) PBS; 2) MITCH-PEG; 3)
hiPSC-ECs and VEGF in PBS; and 4) hiPSC-ECs and VEGF in MITCH-PEG. In this study,
MITCH-PEG refers to the 8P2-20k gel variant (10% w/v, C:P ratio = 1:1). Where applica-
ble, 5 x 10° cells and 3 pg of human recombinant VEGF, g5 (R&D systems) were delivered
into each mouse.

Animals were euthanized on day 14 and the gastrocnemius tissues were isolated and
flash-frozen in O.C.T. compound for cryosectioning and subsequent examination of hema-
toxylin and eosin (H&E) stained sections by a board-certified veterinary pathologist who
was blinded to the goals of the study and the identity of the samples. Histology scores
were given to each muscle tissue sample according to the criteria listed in Table 1.

3. Results and discussion
3.1. Design of an avidity-controlled MITCH-PEG system

Inspired by our previously reported Mixing-Induced Two-
Component Hydrogel (MITCH) system [1,7,33], these materials (coined
MITCH-PEG) also comprise two soluble polymers that assemble into hy-
drogel networks by specific molecular recognition between WW and
proline-rich peptide domains upon simple mixing (Fig. 1). While the
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Table 1
Histology score criteria.

Score Muscle necrosis Muscle inflammation (neutrophils and/or macrophages) Muscle regeneration

0 None None None

1 Minimal, scattered Minimal, scattered Minimal, scattered

2 Mild, scattered to multifocal Mild, scattered to multifocal Mild, scattered to multifocal
3 Moderate, multifocal Moderate, multifocal Moderate, multifocal

4 Intense, multifocal to diffuse Intense, multifocal to diffuse Intense, multifocal to diffuse

original MITCH system was designed from two, linear, engineered pro-
teins, the MITCH-PEG system described here includes a single, linear,
engineered protein (termed C7) and a multi-armed, peptide-modified
polyethylene glycol (PEG). The C7 protein contains seven repeats of a
computationally derived WW domain [1,34] interspersed with a hydro-
philic, random coil peptide sequence [7,35] (Fig. S1). PEG is a highly
hydrophilic, FDA-approved polymer that is readily decorated with pep-
tides via covalent bioconjugation. To explore the potential tuning of hy-
drogel properties through avidity effects, an 8-arm PEG was decorated
with either a single proline-rich peptide (termed P1) or a double repeat
of the proline-rich peptide (P2). We hypothesized that separating the
two proline-rich binding peptides within the P2 sequence with a
tetraglycine spacer would provide conformational flexibility to avoid
steric hindrance upon binding to a single C domain. We further hypoth-
esized that this tetraglycine spacer would be too short to accommodate
binding of two C domains simultaneously. Thus, while the P1 and P2 do-
mains both bind to only a single C domain at a given time, the P2 domain
should have a higher effective binding strength compared to the P1 do-
main due to avidity. A Michael-type addition was chosen to bioconju-
gate the P1 or P2 peptides onto vinyl sulfone-terminated, 8-arm PEG
(PEG-VS). This reaction between thiols and vinyl sulfones is a rapid
and highly selective reaction that allows the conjugation of cysteine-
containing compounds to be performed under aqueous physiological
conditions [36,37]. Reaction of cysteine-terminated P1 or P2 peptides
with either 20 kDa or 40 kDa 8-arm PEG-VS (Fig. 2a), followed by puri-
fication by solvent extraction, generated four variants of 8-arm-PEG-
peptide conjugates with high degrees of substitution (73-88% by
NMR) (Fig. 2b). Success of the purification was characterized by SDS-
PAGE, where only a single molecular weight species was observed for
each purified product (Fig. 2c).

3.2. Mechanical properties of MITCH-PEG are a function of component mo-
lecular weight and avidity-controlled binding strength

Bulk mechanical properties of hydrogels depend on crosslinking
density, which in noncovalent physical hydrogels is dictated by the indi-
vidual polymer molecular weights, as well as the number and strength
of crosslinking binding interactions per polymer unit [38,39]. Star-
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shaped PEG-VS of various degrees of polymerization and arm numbers
are available commercially, providing an off-the-shelf selection of mo-
lecular weights and functionality. We used 8-arm-PEG-VS with molec-
ular weights of 20 kDa and 40 kDa as precursors to conjugation. The 4-
arm counterparts failed to meet the critical functionality for forming a
percolating gel network, as mixing with C7 produced viscous solutions
with loss moduli (G”) predominating the storage moduli (G’) (data
not shown).

To tune the strength of peptide binding without investing in exten-
sive peptide mutagenesis and screening, we take advantage of avidity
effects, a multimerization strategy commonly used in antibody engi-
neering to create high-affinity diabodies and triabodies [40]. As confir-
mation of our avidity peptide design, isothermal titration calorimetry
(ITC) revealed that P2 binding with the complementary CC43 WW do-
main (denoted C1) had an exothermic binding enthalpy two times
greater than that of P1-C1 binding (Fig. 3a). The ITC data also confirmed
that the tetraglycine linker introduced to confer rotational freedom to
the two P domains in P2 was sufficiently short to preclude two C1 do-
mains from binding simultaneously, as no significant changes in binding
stoichiometry were detected (Fig. 3a). The increase in C1:P2 binding en-
ergy is thus a consequence of prolonged binding duration as a single C1
domain dissociates and re-associates between the two adjacent P do-
mains. In subsequent experimental design and analysis, each pendant
peptide group (P1 or P2) in the 8-arm PEG-peptide conjugates was
treated as one P unit regardless of multivalency.

Mixing of C7 with permutations of PEG molecular weight (20 kDa or
40 kDa) and binding strength (P1 or P2) creates four hydrogel variants
(denoted 8P1-20k, 8P2-20k, 8P1-40k, and 8P2-40Kk). As expected, de-
creasing the PEG-peptide molecular weight or increasing the PEG-pep-
tide binding strength resulted in stiffer hydrogels (Fig. 3b). 8P2-20Kk,
with shorter arm length and stronger binding, exhibited the highest
storage modulus (G’ = 15.0 Pa at 10% w/v and a C:P ratio of 1:1). At
the same concentration and C:P ratio, 8P1-40k had the lowest storage
modulus (G’ = 3.9 Pa).

Preformed MITCH-PEG hydrogels exhibited thixotropy, or the ability
to shear-thin and self-heal. When subjected to linear shearing under
alternating low and high shear rates, the materials responded by assum-
ing high and low viscosity values in an instantaneous (<1 s) and

Fig. 1. Schematic of MITCH-PEG hydrogel formation. Component 1 is a recombinant protein copolymer bearing CC43 WW domains (denoted as C) and RGD cell-binding domains. Com-
ponent 2 is an 8-arm PEG-peptide conjugate bearing complementary proline-rich peptide domains (denoted as P). Simple mixing of the two components results in hydrogel network
formation. Inset shows variants of the 8-arm PEG-peptide conjugate, created by varying domain repeat (P1 for one domain or P2 for two domains) and the PEG molecular weight

(20 kDa or 40 kDa).
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Fig. 2. Characterization of peptide conjugation to PEG. (a) Conjugation reaction scheme by Michael addition. (b) "H NMR spectra of the 8-arm PEG-VS precursors and the 8-arm PEG-
peptide conjugate products. The disappearance of the vinyl (CH,=CH- ) peaks from the precursors and the appearance of tyrosine doublets in the products (inset) confirm the conjuga-
tion reaction. Conjugation efficiency was calculated from the tyrosine:PEG backbone peak ratio. (c) Polyacrylamide gel electropherogram of the precursor peptides and the purified 8-arm
PEG-peptide conjugates. Only one band is detected for each sample at various molecular weights, indicating purity and success of conjugation. Due to non-denaturing conditions, bands
appear at positions different from those expected from the ladder standards.

reversible fashion (Fig. 3¢c). This sharp yielding transition under high thus ideal for injectable applications, where the hydrogels must yield
shear is a consequence of transient unbinding between P and C pep- and flow as low-viscosity materials under modest hand pressure and
tides, while reformation of the P-C physical network junctions upon then recover the gel state immediately post-injection to prevent cargo
shear removal enables rapid self-healing. MITCH-PEG hydrogels are sedimentation or diffusion into off-target tissue sites.
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Fig. 3. Dependence of hydrogel shear moduli and thixotropy on crosslinking strength and molecular weight between crosslinks. (a) Binding isotherms obtained from isothermal titration
calorimetry (ITC) injections of C1 peptide into P1 or P2. Table shows binding enthalpy and stoichiometry derived from fitting binding isotherms to an independent site model. (b) Storage
moduli (G, closed symbols) and loss moduli (G”, open symbols) of MITCH-PEG variants as a function of frequency (10% w/v gels, 5% strain, 37 °C). (c) Linear shear viscosity measured
under alternating shear rates, showing shear-thinning and self-healing behavior (10% w/v gels, 30-s durations of 0.1 and 10 s~ ! shear rate, 37 °C).
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3.3. VEGF delivery from MITCH-PEG with tunable kinetics

MITCH-PEG is an effective vehicle for controlled drug delivery due to
several attributes. First, the simple mixing protocol of MITCH-PEG gela-
tion supports growth factor incorporation in its bioactive format with-
out exposing the growth factor to covalent crosslinkers or changes in
pH, temperature, or ionic strength. Second, hydrogel mesh size, a key
determinant of molecular diffusivity within a network, is easily tunable
through appropriate selection of 8-arm-PEG-peptide conjugate.

Crosslinking density dictating hydrogel stiffness is inextricably
linked to network mesh size. Therefore, drugs loaded through simple
encapsulation in MITCH-PEG diffuse with decreasing mobility in stiffer
hydrogel formulations. We used fluorescently-labeled dextran drug
analogs and employed a spectroscopic technique called fluorescence
recovery after photobleaching (FRAP) [31] as an inexpensive, high
throughput method for mapping diffusivity as a function of hydrogel
mesh size and cargo molecular weight. A high intensity laser was fo-
cused onto a defined volume in the hydrogel where fluorescent dextran
had been homogenously encapsulated, resulting in photobleaching.
Subsequent diffusion of surrounding unbleached dextran molecules
into the photobleached area produced time-dependent fluorescence
recovery profiles (Fig. 4a) from which diffusivity constants of the encap-
sulated dextran molecules were computed (Fig. 4b, c). Diffusivity con-
stants not only decreased with molecular weight, as expected, but also
depended on PEG arm length (20 kDa vs. 40 kDa) and peptide binding
strength (P1 vs. P2) in the same order as trends in hydrogel stiffness.
Consequently, slowest and fastest diffusion corresponded to diametri-
cally opposite formulations 8P2-20k and 8P1-40k, respectively. Diffu-
sivity constants were also computed for dextran diffusing in growth
factor-reduced Matrigel and rat-tail Type I collagen (2.5 mg/mL), two
common cell transplantation matrices with comparable storage moduli
as MITCH-PEG [33,41]. Diffusivity was significantly slower in MITCH-
PEG compared to both Matrigel and Type I collagen (Fig. 4b, c).

While FRAP experiments are material and time efficient, macro-
diffusivity determinants such as hydrogel swelling, degradation, and
initial burst release from the gel surface are not factored into the analy-
sis. As such, actual bulk release profiles over longer timescales cannot be
quantitatively predicted from FRAP data [42]. Release experiments by
bulk gel immersion and sampling were therefore performed using the
20 kDa dextran drug analog (Fig. 5a), chosen for its comparable Stokes
radius to that of VEGF [43]. Clearly these well controlled in vitro studies,
which utilize a large excess of static, pristine buffer, do not mimic the
microenvironment of an actual in vivo transplantation site, where the
gel would be confined by the local adjacent tissue and exposed to inter-
stitial fluid flow. Nonetheless, although the absolute values of VEGF re-
lease in vitro cannot be directly extrapolated to predict in vivo release
profiles, they can be used to estimate the general trends of release kinet-
ics from different types of matrices [42,44,45].

The kinetics of drug delivery from a hydrogel into a medium is de-
pendent on the loss of matrix material [44], which in physical hydrogels
such as MITCH-PEG occurs predominantly by surface erosion rather
than internal degradation of matrix polymers. Material was lost steadily
after an initial phase of rapid loss, driven in the first few hours of hydro-
gel submersion by dilution into the medium. Since surface erosion is a
function of crosslinking binding strength and density, the overall rates
of matrix material loss obeyed the same trend as hydrogel stiffness
(Fig. 5b). For example, comparing the effects of avidity, at 72 h signifi-
cantly less 8P2-20k material has eroded compared to the 8P1-20k mate-
rial (Fig. 5b). Similarly, comparing the effects of molecular weight, at
72 h significantly less 8P2-20k material has eroded compared to the
8P2-40k material (Fig. 5b). The resulting bulk release curves of dextran
were consistent with the underlying trends in hydrogel mechanical
properties, mesh size, and erosion rates. For example, comparing the ef-
fects of avidity, at 72 h significantly less dextran was released from the
8P2-20k material compared to the 8P1-20k material (Fig. 5a). Similarly,
comparing the effects of molecular weight, at 72 h significantly less
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Fig. 4. FRAP characterization of dextran diffusivity within MITCH-PEG variants. (a) Representative time-lapse fluorescence images of a photobleached area (upper left panel) and the cor-
responding fluorescence recovery curves obtained from 40 kDa dextran (bottom). (b) Diffusivity constants derived from fluorescence recovery curves are plotted on a semi-logarithmic
graph and reported in the table (c). Values obtained from encapsulation in common biomatrices (collagen and Matrigel) and PBS are included for comparison.
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Fig. 5. Kinetics of hydrogel erosion and dextran and VEGF release. (a) Cumulative release curves of 20 kDa dextran from MITCH-PEG into bulk PBS medium. Solid lines represent curve-fits
for Fick's 2nd law of diffusion from thin slabs. (b) Cumulative fraction of hydrogel material eroded into bulk PBS medium. (c) Quantification of VEGF, g5 cumulative release by ELISA.

dextran was released from the 8P2-20k material compared to the 8P2-
40k material (Fig. 5a). Accordingly, 8P1-40k resulted in the fastest deliv-
ery rate (Fig. 5a).

In a previous hindlimb ischemia study, correlational mapping be-
tween VEGF concentration and angiogenic sprouting revealed a two-
phase profile of high initial availability and low subsequent amounts
as the optimal VEGF distribution for normal revascularization [45]. Re-
combinant human VEGF; g5 released from MITCH-PEG into a medium
of PBS was detectable by anti-VEGF monoclonal antibody in sandwich
ELISA for up to 14 days (Fig. 5¢), indicating the preservation of native
tertiary structure. The 8P2-20k hydrogel formulation fulfilled this
biphasic release criteria for both VEGF (Fig. 5¢) and 20 kDa dextran
(Fig. 5a), and was therefore selected as the carrier for subsequent
in vitro cell culture and in vivo hindlimb ischemia experiments.

3.4. MITCH-PEG improves acute post-injection viability of hiPSC-ECs
in vitro

During high-shear flow in narrow capillaries or syringe needles,
shear zones in thixotropic hydrogels have been observed to localize as
narrow bands near the capillary wall while a broad central zone experi-
ences negligible shear [14,15]. Cells transported within the central plug
are thus shielded from detrimental mechanical forces, thereby improv-
ing cell survival during the injection process. We therefore hypothe-
sized that the thixotropic MITCH-PEG hydrogel would be able to
enhance the viability of human induced pluripotent stem cell-derived
endothelial cells (hiPSC-ECs) exposed to syringe injection compared
to cell delivery in saline alone. To facilitate non-invasive monitoring of
cell viability, human induced pluripotent stem cell-derived endothelial
cells (hiPSC-ECs) were stably transduced with a double fusion reporter
construct encoding firefly-luciferase (Fluc) and enhanced green fluores-
cent protein (eGFP) under a constitutive ubiquitin promoter, as previ-
ously reported [12]. As expected, hiPSC-ECs delivered through a 28 G
syringe needle at a flow rate of ~0.5 mL/min experienced a significant
loss in cell viability when delivered in saline alone. In contrast, pre-
encapsulation of the hiPSC-ECs within the 8P2-20k hydrogels prior to
syringe delivery resulted in no loss of cell viability (Fig. 6a).

The recombinant DNA technology used to create the C7 component
allows both crosslinking peptides and RGD cell-binding domains to be
incorporated into the same protein polymer. As such, beyond structural
protection, MITCH-PEG materials are capable of maintaining cell-
matrix adhesion through integrin binding, an essential survival signal
for endothelial cells (ECs) [46,47]. ECs deprived of integrin signaling
rapidly undergo anoikis, a form of programmed cell death commonly
experienced by transplanted cells upon matrix detachment [48,49].
Cells encapsulated in 8P2-20k remained proliferative over 4 days of
in vitro culture (Fig. 6b), implying material cytocompatibility and provi-
sion of a pro-survival microenvironment. Visualization of F-actin by
confocal microscopy revealed well-spread cytoskeletal stress fiber mor-
phologies, which serve as indirect evidence for integrin binding and
focal adhesion formation (Fig. 6b) [50,51]. To evaluate if the various
MITCH-PEG formulations could support hiPSC-EC proliferation, the
number of viable cells was quantified at day 0 (immediately after injec-
tion) and again at day 4. In all four formulations, the number of cells
more than doubled during this time, and no statistically significant
differences between the four formulations were observed (Fig. 6¢).

3.5. Co-delivery of hiPSC-ECs and VEGF in MITCH-PEG improves tissue
regeneration and reduces necrosis in the ischemic calf muscle compared
to delivery in MITCH-PEG or saline alone

Treatment of murine hindlimb ischemia by hiPSC-EC injection was
motivated by the need for a minimally invasive and enduring therapy
for PAD [12]. When delivered in liquid medium, hiPSC-ECs were found
to induce capillary formation by secreting angiogenic cytokines while
directly incorporating into expanding vascular networks [12]. As symp-
tomatic relief generally correlates with the number of viable donor cells
[52,53], improving post-transplantation cell survival would solve a
major bottleneck in cell regenerative therapy. Treatment of donor
cells with pro-survival factors is one strategy for boosting viability [16,
17]. VEGF has a range of well-documented pro-survival and pro-
proliferation effects on endothelial cells [54]. In the current study,
luciferase-positive hiPSC-ECs were co-injected with VEGF intramuscu-
larly into the ischemic calf of non-obese diabetic severe combined im-
mune deficient (NOD SCID) mice immediately following femoral
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Fig. 6. (a) Bioluminescence imaging (BLI) quantification of acute hiPSC-EC viability following in vitro injection. Pre-encapsulation of hiPSC-ECs (Fluc +) in MITCHs improved post-injection
viability relative to injected cells suspended in PBS, *p < 0.05. (b) Three-dimensional (3D) culture of hiPSC-ECs in 8P2-20k variant of MITCH-PEG. Visualization of cell morphology at day 4
of encapsulation by confocal immunofluorescence. Cell nuclei shown by DAPI staining in blue, F-actin cytoskeleton by phalloidin staining in green, and CD31 endothelial cell marker in red.
(¢) BLI quantification of hiPSC-ECs within four different variants of MITCH-PEG at days 0 and 4 post-injection, *p < 0.05. (For interpretation of the references to color in this figure legend,

the reader is referred to the web version of this article.)

artery ligation either using 8P2-20k as a delivery vehicle or delivery in
phosphate-buffered saline (PBS). The two goals of the study were to de-
termine (i) if the injection of MITCH-PEG alone would have any benefi-
cial or adverse effects and (ii) if MITCH-PEG could be used to co-deliver
functional hiPSC-ECs and VEGF.

Superficially, the affected hindpaw digits of all mice receiving hiPSC-
ECs and VEGF co-delivered within MITCH-PEG developed sporadic
necrosis of the nails only, with no necrosis of the digits observed. In con-
trast, the 75% of mice receiving hiPSC-ECs and VEGF co-delivered within
PBS were observed to have partial or full digit necrosis with subsequent
self-amputation. To evaluate the extent of inflammation, necrosis, and
regeneration, skeletal muscle tissues were isolated and cryosectioned
for histologic evaluation two weeks post-injection. Sections from non-
injured muscle tissue served as a control. Histology scores indicated
that no statistically significant differences in inflammation occurred
across all sample groups (Fig. 7a), suggesting that all injected samples
were well tolerated. Interestingly, injection of 8P2-20k alone into the is-
chemic site (without encapsulated hiPSC-ECs or VEGF) resulted in sta-
tistically higher levels of both necrosis and regeneration compared to
delivery of PBS alone (Fig. 7b, c). The co-delivery of hiPSC-ECs and
VEGF, within either 8P2-20k or PBS, significantly reduced necrosis and
was statistically similar to uninjured controls (Fig. 7b). The regeneration
scores demonstrate that hiPSC-EC/VEGF co-delivery, within either 8P2-
20k or PBS, induced the development of a viable, robust regenerative
response by the myofibers (Fig. 7c). These effects were statistically
different from the uninjured control (where no regeneration is expect-
ed) and from the delivery of 8P2-20k or PBS alone. Taken together, these
data confirm that the 8P2-20k gel can be used as a carrier to co-deliver
hiPSC-ECs and VEGF to induce regeneration and decrease necrosis.
However, in contrast to the superficial scoring of nail/digit necrosis,
the histological analysis did not demonstrate any significant benefits
to co-delivery using the 8P2-20k gel compared to delivery in PBS.

Representative histological slices confirm the pathologist scoring. In
the control mice (no ischemic injury), the skeletal muscle is histologi-
cally normal, characterized by myofibers with a roughly angular shape
and delineated cell membranes enclosing homogenous, eosinophilic
(red) sarcoplasm; sarcoplasm with few or no clear spaces (i.e. glycogen
accumulation); nuclei that are flattened and dark with eccentric
location at the periphery of the myofiber; and a minimal amount of con-
nective tissues between myofibers, resulting in close packing of the

myofibers (Fig. 7d). In the ischemic mice with PBS delivery, there are
changes consistent with inflammation and myofiber necrosis (Fig. 7e).
The inflammation is characterized by expansion of the connective tis-
sues between myofibers (black asterisk) due to poorly staining edema
fluid and loose, disorganized collagen deposition (i.e. early fibrosis).
The expanded connective tissue also contains some neutrophils and
macrophages (i.e. nucleated inflammatory cells). The myofiber necrosis
is characterized by swelling of myofibers with increased cell diameter
and loss of angular shape, hypereosinophilia (deeper red) of the sarco-
plasm, a “moth-eaten” fragmentation appearance of the sarcoplasm,
presence of centralized clear spaces in the sarcoplasm (i.e. glycogen ac-
cumulation, which is indicative of cellular stress and injury), loss of cell
membrane integrity, and loss of nuclei. In the ischemic mice receiving
the 8P2-20k MITCH-PEG injections, the changes are similar to those re-
ceiving PBS injection except that some myofibers have survived the is-
chemia (lower right corner) and show an early regenerative response
(Fig. 7f). The surviving myofibers are much smaller and contain smaller
amounts of glycogen (i.e. small clear spaces) compared with the necrot-
ic myofibers. The nuclei are more round and plump and located central-
ly, both indicative of a regenerative response.

In the ischemic mice that received co-delivery of hiPSC-ECs and
VEGF using a PBS carrier, there are milder inflammatory changes, a ro-
bust but still early myofiber regenerative response, and no evidence
for necrosis (Fig. 7g). The inflammation is composed of much less
edema, small scattered amounts of collagen deposition, and few inflam-
matory cells in the connective tissues (white asterisk) compared to the
mice injected with the PBS carrier or the MITCH-PEG carrier alone. The
myofiber regeneration appears more robust than in the mice receiving
only the MITCH-PEG carrier, with the myofibers appearing larger; how-
ever, the response is still early — myofiber shape and size is quite vari-
able, there is substantial glycogen accumulation inside the sarcoplasm,
and the nuclei remain centralized and plump in shape. Finally, in the is-
chemic mice that received co-delivery of hiPSC-ECs and VEGF using the
MITCH-PEG carrier, there is only minimal inflammation present and
there is no necrosis evident (Fig. 7h). The inflammation comprises of
minimal amounts of fibrosis with minimal edema and occasional in-
flammatory cells in the connective tissues. The myofibers all appear in
a more mature stage of regeneration, the features of which include
more uniform myofiber shape and size, the presence of smaller amounts
of glycogen in the sarcoplasm, and multiple central nuclei that are more
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Fig. 7. Histology scores of (a) inflammation, (b) necrosis, and (c) regeneration for a mouse hindlimb ischemia injury model. Scores were evaluated according to the criteria listed in
Table 1. Different lowercase letters denote statistically different outcomes, as assessed by ANOVA with Tukey post-hoc test, p < 0.05, (n.s. = not significant). (d-h) Photomicrographs
of cryosectioned samples of skeletal muscles 14 days after femoral artery ligation-induced ischemia. Hematoxylin and eosin (H&E) stained images of muscle tissue explants for (d) control
tissue with no ischemia and ischemic tissue injected with (e) PBS, (f) 8P2-20k, (g) hiPSC-ECs and VEGF in PBS, and (h) hiPSC-ECs and VEGF in 8P2-20k. Inflammation, characterized by
expansion of the connective tissues between myofibers, is marked with a black asterisk in panels (e) and (f). Inflammatory cells in the connective tissues are marked with a white asterisk
in panel (g).

condensed and flattened. Taken together, these data suggest that func- that control the hydrogel physical crosslinking. The avidity peptides,

tional co-delivery of hiPSC-ECs and VEGF can be achieved using a novel, which presented two binding domains in close proximity, more than
injectable MITCH-PEG carrier. doubled the effective enthalpy of binding compared to a single domain
alone. These avidity peptides were bioconjugated to a multi-armed

4. Conclusions PEG molecule to enable spontaneous hetero-assembly with a linear,
engineered protein through physical, molecular recognition of the

Here we present a biomimetic strategy to control hydrogel mechan- peptide structure. This Mixing-Induced Two-Component Hydrogel

ical properties and drug release kinetics by designing avidity peptides (MITCH) strategy is able to encapsulate viable hiPSC-ECs and
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bioactive VEGF without the use of chemical crosslinkers or any
changes in temperature, pH, or ionic concentration. The crosslinking
density in these MITCH-PEG materials was tuned both by altering the
PEG molecular weight and by exploiting peptide avidity. As expect-
ed, increases in crosslinking density resulted in stiffer hydrogels
with slower diffusion, surface erosion, and bulk release kinetics.
These materials may be well suited for regenerative medicine appli-
cations that involve direct injection of stem cell-derived therapies.
As a proof of principle, hiPSC-ECs remained proliferative when
encapsulated and cultured within MITCH-PEG. Furthermore, pre-
encapsulation of hiPSC-ECs within MITCH-PEG was found to sustain
cell viability when subjected to injection through a 28 G syringe nee-
dle. In a hindlimb ischemia injury model, co-delivery of hiPSC-ECs
with VEGF from MITCH-PEG reduced necrosis while improved mus-
cle regeneration compared to delivery of saline or MITCH-PEG alone.
Taken together, these data suggest that these injectable materials
address several challenges in stem cell-based therapeutics by
providing a matrix that protects cells from damage during syringe needle
injection, that presents an integrin ligand to promote cell adhesion and to
prevent anoikis, and that enables the co-delivery and sustained release of
bioactive pro-survival factors. These results warrant future preclinical
studies into the biocompatibility and biodistribution of MITCH-PEG and
its degradation products in models of ischemic injury and disease.
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