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ABSTRACT: We report the results of systematic studies of
plasmonic and photonic guided modes in large-area singlelayer graphene integrated into a nanostructured silicon
substrate. The interaction of light with graphene and substrate
photonic crystals can be classiﬁed in distinct regimes
depending on the relation of the photonic crystal lattice
constant and the relevant modal wavelengths, that is,
plasmonic, photonic, and free-space. By optimizing the design
of the substrate, these resonant modes can increase the
absorption of graphene in the infrared, facilitating enhanced
performance of modulators, ﬁlters, sensors, and photodetectors utilizing silicon photonic platforms.
KEYWORDS: graphene absorption, graphene plasmonic response, silicon photonics, infrared response, absorption enhancement

T

antidot lattices,22,23 and plasmonic crystals,24 provide a natural
approach to coupling free-space radiation to graphene
plasmons. However, these schemes require that the graphene
layer be patterned, which introduces additional loss channels
from atomic scale roughness of the edges.11,25 It is therefore
attractive to couple to graphene plasmons by the alternate
approach of patterning the substrate, leaving the graphene layer
in its pristine state and preserving its excellent electronic
properties.
The case of a 1D grating etched into a silicon substrate with a
graphene overlayer has been studied theoretically for mid-IR
plasmon excitation26 and subsequently investigated experimentally in a hexagonal 2D grating conﬁguration.27 These
conﬁgurations exploit the diﬀerence in the eﬀective mode
index between plasmons in a silicon−graphene−air structure
(graphene on silicon) and in a suspended air−graphene−air
structure (graphene over holes), in addition to using the
associated contrast of the dynamic conductivity.28 At the same
time, photonic modes within the silicon grating can also be
excited. These photonic modes can be used to increase the
absorbance in graphene, as was recently demonstrated.29−33 In
this work, we explore the various regimes of light−matter
interaction in the infrared spectral range for graphene
integrated with a silicon photonic crystal membrane. We

he continuous miniaturization of components in silicon
photonics provides a platform to enable applications in
densely integrated communication and computing systems.1
The high refractive index and low absorption of silicon allow
for low-loss waveguiding from the terahertz to the telecommunication spectral range in the near-infrared, but its band
gap of 1.1 eV renders silicon an ineﬃcient material for
photodetection in this long wavelength range. Hence, photonic
systems based on alternative materials, such as III−V
semiconductors2 and graphene,3 are sought for those
applications.4 In particular, graphene is a promising material
since it supports mid-infrared plasmons5,6 with light conﬁnement down to 1/100 of the free-space wavelength λ0, as well as
tunability of electrical conductivity, thus, allowing the creation
of active devices7 not possible with conventional metal
plasmonics. Graphene plasmons have already been experimentally observed7−12 and explored for terahertz and infrared
absorption, modulation, photodetection, and chemical sensing.13−18 Furthermore, graphene can be easily integrated with
silicon photonics components for more eﬃcient light management schemes.14,19
One of the challenges for the excitation and use of surface
plasmon polaritons in graphene is the phase (wavevector)
mismatch between these guided waves and the incident
electromagnetic radiation. Graphene nanostructures, such as
one-dimensional (1D) nanoribbon arrays11,12,20 and twodimensional (2D) rectangular resonator arrays,21 dot7 and
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Figure 1. Suspended graphene superlattice. (a) SEM image combined with a sketch of the plasmonic and photonic modes excited by a normally
incident plane wave. (b) SEM top view of the graphene−photonic crystal structure. (c) Histogram of the topology measured by AFM. The
experimental peak is decomposed into a part corresponding to suspended graphene (over holes, fwhm of 1.72 nm) and to supported graphene (on
silicon, fwhm of 5.31 nm), with a 0.57 nm height diﬀerence. (d) AFM image of the surface stiﬀness of graphene on a silicon photonic crystal
membrane for diﬀerent disk radii: r = (i) 90, (ii) 100, (iii) 110, (iv) 120, (v) 130, and (vi) 140 nm and the corresponding 2D spatial Fourier
transforms (i′−vi′, respectively). The lattice constant is a = 415 nm and the scale bars is 1 μm in length.

coupling of the incident light to plasmonic modes becomes
possible at certain frequencies. This coupling occurs when
phase matching is achieved, i.e., for incident waves with
propagation constant β = qk0 = (2π/a)m, where q is the
eﬀective mode index, k0 = 2π/λ0 is the free-space wavevector of
the light, and m is an integer. The incident wave couples to
graphene plasmons that are tightly conﬁned by the graphene
layer. Their energy is partially absorbed by the graphene and
partially coupled back to free space.
3. λpc < a < λ0: Photonic Regime. In addition to the
aforementioned channels, in this regime, the incident wave can
couple to the photonic modes of the membrane. Radiation is
then absorbed by graphene, which acts mostly as a lossy
medium. The photonic modes depend not only on the grating
lattice constant, but also on the thickness of the silicon layer.
Since we assume light coupling from a normally incident plane
wave, we are concerned with the photonic modes that are
normally considered as leaky.
4. λ0 < a: Diﬀraction Grating Regime. In this regime, the
periodic structure becomes a diﬀraction grating and the
incident power is distributed among various diﬀraction orders,
in addition to excitation of the photonic and plasmonic modes
described above.
We note that for suﬃciently large lattice constant a, all these
types of coupling are possible simultaneously, though they are
usually important in diﬀerent frequency ranges. The
metamaterial regime for absorbers is well-known,35 while the
diﬀraction grating regime is not particularly suitable for
absorbers, since the incident power is predominantly scattered
back into free space. In this work, we consequently explore
both experimentally and theoretically the most interesting
plasmonic and photonic regimes (see illustration in Figure 1a).

demonstrate experimentally the possibility of light coupling to
the graphene plasmonic modes and to the photonic guided
modes of the underlying substrate. We examine theoretically
the physical mechanisms and factors controlling the crossover
between these regimes.

■

STRUCTURES INVESTIGATED AND THEIR
CLASSIFICATION
A scanning electron micrograph of a representative structure
consisting of graphene on a photonic crystal membrane is
presented in Figure 1a. The diﬀerent regimes of light coupling
to the structure can be categorized based on the feature size of
the structure (particularly the lattice constant a), the eﬀective
wavelengths for the plasmonic (λpl) and photonic crystal (λpc)
modes, and the incident (vacuum) wavelength of the light (λ0).
We consider the typical regime for which λpl < λpc < λ0 and
assume incident light from the vacuum. We identify four
regimes of interest:
1. a < λpl: Metamaterial Regime. In order to excite a
guided wave eﬃciently at normal incidence, the distance
between scatterers in a periodic array should be equal to an
integral multiple of the eﬀective wavelength of the guided
mode. This condition clearly cannot be met in the of a < λpl
and we can consequently consider graphene as a plasmonic
metamaterial (or metasurface), since no guided surface waves
can be excited due to the pronounced phase mismatch. The
incident wave can only be reﬂected, transmitted, and absorbed
in the graphene layer. (Absorption in silicon substrate is low for
the relevant spectral range.) The structured silicon substrate
can be considered as a homogeneous layer with an anisotropic
dielectric response.34
2. λpl < a < λpc: Plasmonic Regime. In this regime, in
addition to transmission and reﬂection of the incident radiation,
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Information, Figure S2a,b) were taken from the refs 41 and 42,
respectively. The response of the graphene monolayer was
modeled as a sheet of thickness of Δ = 1 nm, with an eﬀective
dielectric permittivity of εG(ω) = 1 + iσS(ω)/ε0ωΔ, where ω is
the angular frequency and σS(ω) is the sheet conductivity of
graphene. For the latter, we made use of the expression from ref
43 (see Supporting Information for further details), which
includes both the intra- and interband contributions to the
conductivity and also accounts for the eﬀects of ﬁnite
temperature T:

Hexagonal 2D silicon photonic crystal membranes were
fabricated on a 250 nm thick silicon-on-insulator layer by deep
ultraviolet photolithography (248 nm) and etched to reduce
disorder scattering.36 The silicon layer is intrinsic, with an
estimated doping level of 1015 cm−3. The lattice constant of the
photonic crystal was chosen as 415 nm, with hole radii varying
from 80 to 140 nm in 10 nm steps, corresponding, respectively,
to silicon ﬁlling fractions of 0.87−0.59. The sacriﬁcial release of
the supporting silicon oxide buﬀer layer was performed by wet
etching, resulting in a 0.5 μm air gap between photonic crystal
membrane and the underlying silica substrate (Figure S1).
Large-area graphene monolayers were grown on copper ﬁlm
by a chemical vapor deposition (CVD) process.37 The
thickness and crystallinity of the graphene layers were
characterized by means of Raman spectroscopy (data not
shown). The graphene layers were then transferred onto
patterned photonic crystal substrates by a PMMA-assisted
method (Figure 1a,b).38 The resulting morphology of the
graphene layers was examined by atomic force microscopy
(AFM). These measurements yielded an apparent height
diﬀerence of 0.89 nm between the regions of graphene
supported by silicon and those suspended over holes (Figure
1c). The fwhm of the AFM peak provides an indication of the
surface roughness of the graphene samples. Based on these
measurements, the roughness of suspended and supported
graphene layers was found to be 1.72 and 5.31 nm, respectively,
indicating that the transferred graphene was of reasonably good
quality. The contrast in the surface stiﬀness of the suspended
and supported regions of the graphene sample was used to map
the overall structure (Figure 1d). The formation of graphenesilicon antidot arrays with a ﬁxed lattice constant a and
increasing hole radii r was identiﬁed by the surface stiﬀness
mapping technique [Figure 1d (i−vi)]. The hexagonal
symmetry was present for all samples, with limited disorder
from polymer residues, as shown in Figure 1d (i−vi) and in the
corresponding two-dimensional Fourier transforms in Figure
1d (i′−vi′).
In order to isolate the contribution of the graphene layer to
modiﬁcation of the optical response of the patterned substrate,
we selectively etched away half of the graphene layer using an
oxygen plasma (see Supporting Information, Figure S5a). We
determined the precise position of the graphene on the
substrate by Raman spectroscopy (Figure S5b), making use of
the fact that a free-standing graphene monolayer exhibits a
stronger Raman signal than that of a supported graphene
monolayer.39
For broadband optical characterization of the structure in the
infrared, we probed the response of the sample using a
commercial Fourier transform infrared spectrometer (Vertex,
Bruker Optics), collecting the IR spectra in a reﬂection
geometry. To this end broadband light from a thermal source
was directed onto the sample at normal incidence through an
aperture of 100 μm × 20 μm size. We then measured the
reﬂectance R from the graphene-covered structure and the
reﬂectance R0 from an uncovered reference region of the
photonic crystal. We characterize the inﬂuence of the graphene
by its extinction ratio ER inferred from the reﬂectivity
measurements: ER = 1 − R/R0.
The reﬂectance from the graphene-covered and uncovered
reference structures (Figure S1) were simulated using the CST
Microwave Studio package40 with the time-domain solver
under the assumption of periodic boundary conditions. The
relevant optical properties of silicon and silica (see Supporting
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In this description, there are two parameters describing the
state of the graphene: the Fermi energy (or, rigorously, the
chemical potential) EF and the carrier scattering rate γ. In our
simulations, we chose EF = 0.3 eV, a value comparable to the
range of 0.25−0.35 eV measured by terahertz spectroscopy for
unintentionally doped and transferred graphene layers.44,45 For
the scattering rate, we used γ = 2.0 × 1013 s−1, close to
experimentally measured value of γ = 2.3 × 1013 s−1 for CVD
graphene46 (see Supporting Information, Figure S2c).

■

PLASMONIC REGIME
In the mid-IR spectral region, we expect light−matter
interactions to be dominated by the plasmonic modes of
graphene. For our structures, the lattice constant a is much
smaller than the wavelength of the light in this spectral range,
so the membrane can be considered to be an eﬀective
homogeneous dielectric layer for the optical (but not
plasmonic) waves (Supporting Information, Figure S2d, for
the eﬀective refractive index). For a free-space wavelength of λ0
= 10 μm (1000 cm−1), the eﬀective wavelengths for the
plasmons in graphene are 352 and 54 nm for the supported and
suspended regions, respectively, with corresponding propagation lengths of 264 and 41 nm (see Supporting Information,
Figure S3).
Strong plasmonic coupling can occur if the size of a resonator
in the structure is nearly equal to an integral number of eﬀective
wavelengths of the guided wave. In the case of a hole radius of r
= 100 nm, the size of the silicon region between the edges of
nearest neighboring holes is 215 nm. Based on these simple
considerations, we expect to be able to excite the second-order
plasmonic mode (with an eﬀective wavelength about 112 nm
around 700 cm−1) at the silicon−graphene−air interface.
(Excitation of the ﬁrst-order mode would lie below 500 cm−1
and is consequently outside of our experimental spectral range.)
Plasmons can also be excited at the air−graphene−air interface
at higher frequencies, with the ﬁrst-order resonance occurring
at a frequency around 1200 cm−1. Due to the short propagation
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Figure 2. Extinction spectra for graphene on a photonic crystal in the plasmonic regime in mid-IR range. (a) Measured and (b) simulated extinction
spectra of graphene covering a 250 nm thick photonic crystal membranes with ﬁxed lattice constant of a = 415 nm and increasing hole radius (r = 80,
90, 100, 110, 120, and 140 nm). A cumulative vertical oﬀset of 50% has been included in the spectra for clarity. The peak around 1100 cm−1 comes
from the silica material absorption. Inset: Top view of the in-plane electric ﬁeld proﬁle of the mode corresponding to the peak in a false-color map.

Figure 3. Graphene extinction spectra showing coupling with photonic resonance in the near-IR range. (a) Measured extinction spectra of graphene
covering a 250 nm silicon ﬁlm (gray dashed curve) and photonic crystal membranes with a ﬁxed lattice constant a = 415 nm and increasing hole radii
from 80 to 140 nm (light blue). The solid blue curves are based on a Fano resonance model. A vertical oﬀset of 30% between successive curves has
been added for clarity. (b) Numerically simulated extinction spectra for the corresponding photonic crystal membranes. Inset: The vertical electric
ﬁeld amplitude proﬁle for the structure at the resonant frequency. The dashed line shows the position of the graphene layer.

that would otherwise be expected in the range above 1200
cm−1.

length of the plasmon, the quality factor of the resonator is
expected to be relatively low and the resonance broad.
These expectations are conﬁrmed by our experiment and
simulations, as shown in Figure 2a,b. The plasmonic peak in the
range below 1000 cm−1 exhibits a gradual blue shift with
increasing hole radius, that is, with decreasing size of the
supported graphene layer. This basic trend, shown by blue
arrows in Figure 2, is consistent with excitation of silicon−
graphene−air plasmonic modes. The inset in Figure 2b shows
the rapid in-plane spatial oscillations of the electric ﬁeld
distribution at the associated resonance, corresponding to the
second-order plasmonic mode in the supported graphene layer.
The peak near 1100 cm−1 is associated with a well-known
phonon resonance in silica. At this frequency the reﬂectances R
and R0 are close to zero, which leads to errors in calculating the
extinction ratio ER = 1 − R/R0. Near 1100 cm−1, a local
maximum is predicted in the simulations for a hole radius of 80
nm, while a local minimum is expected for the other hole radii
(see Figure 2b). In the experiment spectra, however, only a
local maximum is observed (Figure 2a). The strong absorption
of silica suppresses the air−graphene−air plasmonic resonances

■

PHOTONIC REGIME
For a Fermi energy of EF = 0.3 eV, interband transitions turn
on for frequencies above 4830 cm−1. In the higher-frequency
range of 5500−7700 cm−1, where photonic crystal resonances
are present, graphene then behaves as an absorptive material
with a nearly constant real sheet conductivity of σS(ω) = σ0 =
e2/4ℏ. The measured extinction spectra ER = 1 − R/R0 in
Figure 3a exhibit a resonance corresponding to the ﬁrst Fabry−
Perot photonic resonance (compare the frequency position of
the resonance to the kink in eﬀective index of the membrane in
Figure S2d). The feature in the extinction spectra exhibits a
systematic blue shift with increasing hole radius. The
experimental spectra (Figure 3a) could be ﬁt well by Fano
line shapes.
Figure 3b shows the corresponding simulation of our
structure. The structure consists of several relatively thick
layers (the 250 nm thick silicon photonic crystal membrane, a
500 nm thick air gap, and the 1500 nm thick silica layer above
1555
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Figure 4. Calculated enhancement of absorption by plasmonic eﬀects in mid-IR range. (a) Absorption of graphene (with EF = 0.7 eV) on a silicon
photonic crystal membrane (a = 100 nm, w/a = 0.1, t = 100 nm) with (red dotted curve) and without (gray solid curve) a back mirror reﬂector (with
an air gap of 1600 nm). The ﬁeld proﬁles at certain frequencies are shown in the inset. A maximum absorption of 87% is achieved by increasing
Fermi level in graphene to 0.7 eV and setting the air gap thickness to 1600 nm (see the inset of b). (b) Absorption peak for four plasmonic modes
(1−4, see panel a) vs the thickness of the air gap.

induces an increase in absorption from 18 to 87%, as shown in
Figure 4a. For higher doping levels, the absorption for each
plasmonic mode is maximized for a speciﬁc air gap thickness
(Figure 4b).
As we have shown in this paper, graphene combined with a
photonic crystal membrane oﬀers a rich playground for
controlling light−matter interactions in a platform compatible
with silicon-based CMOS fabrication technology. We have
delineated several diﬀerent regimes for the enhancement of the
absorption of IR radiation of a graphene monolayer placed on a
silicon membrane patterned with a two-dimensional photonic
crystal lattice. The enhancement, as observed experimentally
and predicted theoretically, is a direct consequence of light
coupling to plasmonic and photonic modes.
We have classiﬁed various regimes of light interaction for the
graphene−photonic crystal composite structure: the metamaterial, plasmonic, photonic, and diﬀraction grating regimes,
according to the relation of their eﬀective wavelengths to the
structural parameters of the photonic crystal. These diﬀerent
regimes may be suitable for diﬀerent applications. The
metamaterial regime, mainly in the terahertz to mid-IR range,
may be of value for tunable absorbers, ﬁlters, and modulators.
The plasmonic regime in mid-IR can be used, in addition to the
aforementioned applications, for sensing due to the extreme
conﬁnement of graphene plasmons close to the surface. The
photonic regime is suitable for photodetection, since absorption
of photons in graphene may generate a photocurrent.

the bulk silicon substrate, see Figure S1). The presence of these
layers leads to multiple resonances in the spectral range of the
measurements (see Supporting Information). However, a single
resonance has a dominant contribution in the experimental
frequency range of 5500−7700 cm−1. The simulations (Figure
3b) are seen to reproduce the observed blue shifts with
increasing hole radius. The electric ﬁeld distribution is
illustrated in the inset of Figure 3b, which shows that the
ﬁeld is concentrated around the graphene layer, thus maximizing its interaction with the photonic mode.
To explore designs for optimized absorbance, we consider
graphene on a simpliﬁed one-dimensional photonic crystal
(Figure 4) with period a, thickness t, and air hole width w. The
dependence of the absorbance on these structural parameters is
discussed in the Supporting Information S1.3. The electric
ﬁelds at resonant frequencies represent the whole range of
possible surface plasmonic modes (Figure 4a, gray curve),
including silicon−graphene−air and air−graphene−air modes,
mixed modes, and photonic modes (see the inset for the ﬁeld
maps).
In the case of coupling to the photonic modes, a reasonable
approach is to optimize the geometrical parameters so that the
photonic modes conﬁned in the photonic crystal plane can
achieve higher quality factors. For example, increasing the
period a to 500 nm for a thick silicon membrane of t = 500 nm
causes the absorbance to grow from a few percent to 18% (see
Supporting Information, S1.3). The absorption can be
maximized by satisfying the critical coupling criterion in
which the photon loss rate from leakage equals the graphene
absorption.29,30,47 Such solutions are, however, diﬃcult in the
plasmonic regime, since plasmonic modes experience greater
damping rates.
An alternative approach to increasing the absorbance in both
the plasmonic and photonic regimes is to use a back reﬂector
(red curve in Figure 4a). The quality factor of all optical modes
(shown in the insets of Figure 4a) can be improved using a
back reﬂector, with a controlled air gap between the silicon
membrane and metal reﬂector. For example, adding a metallic
mirror with an air spacer of thickness tair = 1600 nm below the t
= 100 nm thick membrane with graphene (EF = 0.7 eV)
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Pesquera, a; Vélez, S.; Chen, J.; Navickaite, G.; Koppens, F.; Zurutuza,
a; Casanova, F.; Hueso, L. E.; Hillenbrand, R. Controlling graphene
plasmons with resonant metal antennas and spatial conductivity
patterns. Science 2014, 344, 1369−1373.
(11) Yan, H.; Low, T.; Zhu, W.; Wu, Y.; Freitag, M.; Li, X.; Guinea,
F.; Avouris, P.; Xia, F. Damping pathways of mid-infrared plasmons in
graphene nanostructures. Nat. Photonics 2013, 7, 394−399.
(12) Ju, L.; Geng, B.; Horng, J.; Girit, C.; Martin, M.; Hao, Z.;
Bechtel, H. A.; Liang, X.; Zettl, A.; Shen, Y. R.; Wang, F. Graphene
plasmonics for tunable terahertz metamaterials. Nat. Nanotechnol.
2011, 6, 630−634.
(13) Low, T.; Avouris, P. Graphene Plasmonics for Terahertz to MidInfrared Applications. ACS Nano 2014, 8, 1086−1101.
1557

DOI: 10.1021/acsphotonics.5b00209
ACS Photonics 2015, 2, 1552−1558

ACS Photonics

Article

(36) Chatterjee, R.; Panoiu, N.; Liu, K.; Dios, Z.; Yu, M.; Doan, M.;
Kaufman, L.; Osgood, R.; Wong, C. Achieving Subdiffraction Imaging
through Bound Surface States in Negative Refraction Photonic
Crystals in the Near-Infrared Range. Phys. Rev. Lett. 2008, 100,
187401.
(37) Hao, Y.; Bharathi, M. S.; Wang, L.; Liu, Y.; Chen, H. S.; Nie, X.;
Wang; Chou, H.; Tan, C.; Fallahazad, B.; Ramanarayan, H.;
Magnuson, C. W.; Tutuc, E.; Yakobson, B. I.; McCarty, K. F.;
Zhang, Y.-W.; Kim, P.; Hone, J.; Colombo, L.; Ruoff, R. S. The Role of
Surface Oxygen in the Growth of Large Single-Crystal Graphene on
Copper. Science 2013, 342, 720−723.
(38) Hao, Y.; Wang, Y.; Wang, L.; Ni, Z.; Wang, Z.; Wang, R.; Koo,
C. K.; Shen, Z.; Thong, J. T. L. Probing Layer Number and Stacking
Order of Few-Layer Graphene by Raman Spectroscopy. Small 2010, 6,
195−200.
(39) Berciaud, S.; Ryu, S.; Brus, L. E.; Heinz, T. F. Probing the
intrinsic properties of exfoliated graphene: Raman spectroscopy of
free-standing monolayers. Nano Lett. 2009, 9, 346−352.
(40) CST, Computer Simulation Technology, AS; CST of America:
Framingham, MA; http://cst.com.
(41) Palik, E. D.; Ghosh, G. Handbook of Optical Constants of Solids;
Academic Press: Waltham, MA, 1998.
(42) Kitamura, R.; Pilon, L.; Jonasz, M. Optical constants of silica
glass from extreme ultraviolet to far infrared at near room temperature.
Appl. Opt. 2007, 46, 8118.
(43) Mason, D. R.; Menabde, S. G.; Park, N. Unusual Otto excitation
dynamics and enhanced coupling of light to TE plasmons in graphene.
Opt. Express 2014, 22, 847.
(44) Gao, W.; Shu, J.; Reichel, K.; Nickel, D. V.; He, X.; Shi, G.;
Vajtai, R.; Ajayan, P. M.; Kono, J.; Mittleman, D. M.; Xu, Q. HighContrast Terahertz Wave Modulation by Gated Graphene Enhanced
by Extraordinary Transmission through Ring Apertures. Nano Lett.
2014, 14, 1242−1248.
(45) Hafez, H. a.; Al-Naib, I.; Oguri, K.; Sekine, Y.; Dignam, M. M.;
Ibrahim, a.; Cooke, D. G.; Tanaka, S.; Komori, F.; Hibino, H.; Ozaki,
T. Nonlinear transmission of an intense terahertz field through
monolayer graphene. AIP Adv. 2014, 4, 117118.
(46) Buron, J.; Pizzocchero, F.; Jessen, B.; Booth, T. J.; Nielsen, P. F.;
Hansen, O.; Hilke, M.; Whiteway, E.; Jepsen, P. U.; Bøggild, P.;
Petersen, D. H. Electrically Continuous Graphene from Single Crystal
Copper Verified by Terahertz Conductance Spectroscopy and Micro
Four-Point Probe. Nano Lett. 2014, 14, 6348−6355.
(47) Huang, L., Yu, Y., Cao L., Ultrathin semiconductor perfect light
absorbers with high spectral, polarization, and angle selectivity for
arbitrary wavelengths. arXiv:1404.6842, 2014.

1558

DOI: 10.1021/acsphotonics.5b00209
ACS Photonics 2015, 2, 1552−1558

