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The study of geometrically frustrated magnets with unusual crystal field ground states offers the possibility
of discovering new aspects of the physics of cooperative paramagnetic states. In the rare-earth double perov-
skite Ba2HoSbO6 the Ho3+ ions occupy a face-centered cubic lattice, which frustrates near-neighbor antifer-
romagnetic coupling. We present a systematic experimental study of the system using dc magnetization, heat
capacity, muon-spin relaxation, inelastic neutron scattering, neutron powder diffraction, and neutron polariza-
tion analysis. The bulk measurements at first point to spin liquid behavior, but the microscopic measurements
indicate that this system is an example of a “nonmagnetic doublet” crystal field ground state, with low-lying
excited states. Our measurements are interpreted using crystal field theory of Ho3+, including hyperfine cou-
pling. We find that exchange and dipolar coupling are weak in this particular system and that the “mock spin
liquid” behavior in fact reflects the unusual properties of the nonmagnetic doublet.
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I. INTRODUCTION

Geometrical magnetic frustration, the competition be-
tween spin-spin interactions, can lead to a variety of exotic
low-temperature spin states. These include spin liquid and
spin ice,1–3 which are typically observed in materials based
on corner-sharing units, such as the pyrochlore or kagomé
lattices. The face-centered cubic �fcc� lattice is another ge-
ometry containing triangular or tetrahedral units and is also
one of the simplest geometries on which atoms can be ar-
ranged. It is most commonly drawn to emphasize the cubic
symmetry but can equivalently be represented as an edge-
sharing tetrahedral structure with each site having 12 nearest
neighbors �Fig. 1�. Spins on an fcc lattice with nearest-
neighbor antiferromagnetic interactions are therefore frus-
trated, with an infinite degeneracy of ground states.4 For
classical spins, the ground-state degeneracy is thought to be
lifted by thermal fluctuations,5 leading to a first-order phase
transition at finite temperature.6,7 For Heisenberg spins with
nearest-neighbor coupling only, quantum fluctuations of the
transverse spin component may however destabilize long-
range order in favor of a spin liquid state.8

Despite the frustration associated with the fcc structure,
no experimental examples of spin liquid states resulting from
such frustration have yet been found. This is consistent with
Maxwellian counting arguments, which predict an overcon-
straint of the spin degrees of freedom by the relatively large
number of nearest neighbors.1 Materials with the ordered
double perovskite structure �A2BB�O6� have ions on the B
and B� sites which form two independent interpenetrating fcc
sublattices. Long-range magnetic ordering has been observed
in compounds with transition metal ions �M =Co,Ni,Mn�
occupying the B sites,9–12 and spin glass behavior has also
been reported �M =Re and Fe�.13–16 Double perovskites with

magnetic rare-earth ions, however, have so far revealed no
transition to long-ranged order or spin glass freezing down to
2 K, suggesting the possibility of a spin liquid ground
state.17–19

A crucial factor in the study of the magnetic properties of
rare-earth salts is the crystalline electric field �CEF� at the
lanthanide site, which determines the electronic states of the
single rare-earth ion. For example, in the case of the elpaso-
lite series A2BLnX6 �Refs. 20–26� �A ,B=Li, Na, K, Rb, and
Cs; Ln is a lanthanide; X=F,Cl�, which also contains an fcc
lattice of rare-earth ions, CEF effects generally dominate
those arising from magnetic coupling. For non-Kramers ions
the materials behave as Van Vleck paramagnets with a non-
magnetic ground state, while for Kramers ions, the systems
order at low temperature. Calculations based on crystal field
theory gave reasonable fits to the measured magnetic suscep-
tibility data20–22 or optical spectral,24,25 indicating that the
magnetic behavior is well explained by a model of un-
coupled ions �single-ion model�.

Crystal-field interactions offer an interesting way of modi-
fying the physics of basic models of magnetic frustration, as

FIG. 1. �Color online� �a� The crystal structure of double perov-
skite Ba2HoSbO6. Spheres are Ba atoms and the two octahedra
units shown represent HoO6 and SbO6. �b� The fcc-ordered Ho
sublattice of double perovskite. �c� The arrangement of edge-
sharing Ho tetrahedra in double perovskite.
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has been amply demonstrated in the case of the rare-earth
pyrochlores.27,28 In the present context, a “nonmagnetic dou-
blet” or �3 CEF ground state would raise the possibility of a
competition between an exchange-induced spin liquid �coop-
erative paramagnetic� phase and a phase with vanishing
magnetic moment. Recent work by Goremychkin et al.29 and
by Molavian et al.30 has emphasized how virtual crystal field
excitations can lead to nontrivial effective interactions in
frustrated systems. At an experimental level the �3 ground
state is known to play a role in nonmagnetic heavy-fermion
behavior31 and the phenomenon of enhanced nuclear
magnetism.32 Thus a careful study of model frustrated sys-
tems with �3 ground states would seem to be worthwhile.

In this paper, we examine the low-temperature properties
of a rare-earth double perovskite, Ba2HoSbO6, in which the
Ho3+ ions occupy an fcc lattice �Fig. 1�, through a combina-
tion of measurements of magnetic susceptibility, heat capac-
ity, muon-spin relaxation ��SR�, inelastic neutron scattering,
neutron powder diffraction and polarized neutron scattering.
We find no magnetic phase transition down to 20 mK, but
persistent muon relaxation, a result that immediately sug-
gests a spin liquid or cooperative paramagnetic low-
temperature state. However we also establish that Ho3+ has a
nonmagnetic CEF ground state. The �3 single-ion CEF
ground state of the Ho3+ ions is confirmed by a detailed
analysis of the CEF scheme based on inelastic neutron scat-
tering. The adoption of a model of uncoupled ions leads to
calculated susceptibility and heat capacity which are in good
agreement with the experimental measurements, suggesting
that the CEF dominates any exchange or dipolar coupling in
this system. The low-temperature �SR data are analyzed in
terms of “enhanced nuclear magnetism,” a specific feature of
nonmagnetic ground-state ion with a Van Vleck susceptibil-
ity. These data demonstrate that single-ion physics can
mimic many of the signatures of the canonical collective
behavior of a spin liquid state, and the existence of such a
“mock spin liquid” offers insight into the possible complex-
ity associated with the combination of geometrical frustra-
tion and unusual crystal field structures.

II. EXPERIMENTAL METHODS

Polycrystalline samples of Ba2HoSbO6 were prepared as
described elsewhere17 using standard solid-state synthesis
techniques. Room-temperature powder neutron-diffraction
data confirmed all samples to be single-phase double perovs-
kites, and a detailed structural analysis of the same batch of
these materials has been described previously.17 dc magneti-
zation �M� was measured with a Quantum Design supercon-
ducting interference device magnetometer, and heat capacity
�C� with a Quantum Design physical property measurement
system cryostat equipped with the 3He option, using a stan-
dard semiadiabatic heat-pulse technique. The �SR measure-
ments were conducted at ISIS for the temperature range of
1.3–300 K and at PSI for the temperature range of 0.020–10
K. Powder neutron-diffraction measurements were carried
out at the ISIS pulsed neutron source using the high-intensity
and high-resolution diffractometer GEM between 20 and 1.5
K. XYZ neutron polarization analysis was performed on the

D7 diffractometer at the ILL for the temperature range
0.06–5 K and an inelastic neutron-scattering experiment was
performed at ISIS using the MARI spectrometer between
ambient temperature and 5 K.

III. EXPERIMENTAL RESULTS

A. dc magnetic susceptibility measurements

As shown in Fig. 2�a�, field-cooled �FC� and zero-field-
cooled �ZFC� measurements of the temperature dependence
of the magnetization �M� of both samples indicate no anoma-
lies corresponding to long-range ordering or spin glass freez-
ing down to T=1.8 K. Fits to the Curie-Weiss expression
over the range T�250 K to T�100 K give a single-ion
moment of 10.0�B /Ho derived from the fitted Curie con-
stant, which is close to the expected free-ion value of
10.6�B /Ho and consistent with a previous study.17 At first
sight there is evidence of antiferromagnetic exchange, as the
fitted Curie-Weiss temperature is ��−7.7 K and the magne-
tization at T=1.8 K, �Fig. 2�b��, does not saturate even in a
�0H=7 T applied field.

B. Heat-capacity measurements

For the heat-capacity measurements, samples were
pressed with silver powder into pellets at room temperature
to facilitate thermal equilibration. In Fig. 3�a� we plot the
temperature-dependent heat capacity of Ba2HoSbO6 at zero
magnetic field after the silver and the sample holder back-
ground subtraction. In order to extract the magnetic heat ca-
pacity Cmag�T�, we prepared an isostructural nonmagnetic
analog, Ba2LaSbO6, to estimate the lattice contribution. The
dash-dotted curve, also shown in Fig. 3�a�, represents the
scaled heat-capacity data of Ba2LaSbO6. The resulting heat
capacity after subtraction of the lattice contribution is shown
in Fig. 3�b�. The absence of a sharp peak in Cmag�T� again
indicates that there is no phase transition to long-range mag-
netic ordering. Instead there is a broad peak at T�4 K.

The most striking feature seen in Fig. 3�b� is the absence
of a nuclear Schottky anomaly, which dominates the low-
temperature heat capacity of many holmium compounds.
That Schottky anomaly originates from the splitting of the

(b)(a)

FIG. 2. �Color online� �a� dc magnetic susceptibility �M /H� as a
function of temperature in a 100 Oe applied field �FC and ZFC
results are identical�; Inset shows the low-temperature inverse dc
susceptibility. �b� The magnetic field dependence of the magnetiza-
tion M at T=1.8 K for Ba2HoSbO6. Red and blue curves represent
experimental and calculated data, respectively. See Sec. IV B for an
explanation of the calculations.
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nuclear-spin levels in the presence of a quasistatic magnetic
field created by holmium electronic moments, i.e., the hyper-
fine interaction. For comparison, we show the expected
nuclear Schottky contribution based on the low-temperature
heat-capacity data for holmium metal33 and the holmium
spin ices.34,35 The observed absence of the Schottky anomaly
in the double perovskites suggests that the nuclear spins are
not subjected to a static magnetic field from the electronic
spins. This indicates that any electronic spin fluctuations oc-
cur on a time scale faster than the nuclear-spin relaxation
time so that the average magnetic field from the electronic
moments is close to zero.

To further probe the low-temperature behavior of this ma-
terial, we measured the heat capacity in the presence of an
applied magnetic field, as shown in Fig. 4�a� where we plot
Cmag�T� measured in different applied magnetic fields. The
broad peak in the heat capacity develops at higher tempera-
ture in an applied field. An interesting feature of the data is

that Cmag increases dramatically at the lowest temperatures in
the presence of a strong applied field. We attribute this in-
crease to the emergence of the nuclear Schottky anomaly as
holmium electronic moments become polarized along the
field direction and produce a static mean field to which the
nuclear spins are subjected. Figure 4�c� shows the field de-
pendence of the heat capacity at T=0.7 K, which increases
quickly with increasing magnetic field, and is close to satu-
ration at around �0H=3 T, reflecting the behavior of the
sample magnetization. The saturated heat capacity is smaller
than the calculated value for holmium metal as indicated by
the solid purple line, which might be attributable to the un-
saturated holmium moments at this field.

C. �SR measurements

We have also performed �SR measurements that ex-
tended our low-temperature range down to 20 mK. The inset
to Fig. 5�a� shows the time dependence of the muon polar-
ization in Ba2HoSbO6 at low temperature in zero field and
with a �0H=0.6 T field, applied along the beam polariza-
tion. The zero-field polarization shows a fast relaxation and
no spontaneous oscillations that would be characteristic of
long-range magnetic order. In the case of a static state with
partial or full disorder, the spontaneous oscillations may be
smeared out, but one would expect �i� a polarization value
equal to 1/3 in the long time limit due to the powder average
of the internal field with respect to the muon initial polariza-
tion and �ii� an absence of relaxation in an applied field of
�0H=0.6 T, much larger than the �0.02 T static field dis-
tribution width needed to explain the fast initial
relaxation.36,37 The absence of both these signatures suggests
that the electronic moments of Ho ions produce no static
magnetic field in this material so that we can safely discard
any magnetic phase transition in Ba2HoSbO6 down to 21
mK.

In the fast fluctuation limit, an exponential relaxation of
the muon polarization is expected with the exponent37

(b)(a)

FIG. 3. �Color online� �a� Zero-field heat capacity for
Ba2HoSbO6 as a function of temperature. The dashed-dotted curves
are the scaled heat capacity of nonmagnetic Ba2LaSbO6. �b� Mag-
netic heat capacity of Ba2HoSbO6 after lattice subtraction at �0H
=0 T. The solid purple curve represents the Schottky heat capacity
that is found in certain holmium compounds �see text� �Ref. 33�.

(b)(a)

(c)

FIG. 4. �Color online� �a� Temperature dependence of heat ca-
pacity after phonon subtraction in different applied fields for
Ba2HoSbO6 and �b� the corresponding calculated heat-capacity data
as described in Sec. IV C. �c� Heat capacity of Ba2HoSbO6 as a
function of applied magnetic field at T=0.7 K. The purple line �line
below 5 J /molHoK� represents the expected Schottky heat-capacity
value of holmium at this temperature.

FIG. 5. �Color online� Muon relaxation rate, �, as a function of
temperature for Ba2HoSbO6. Inset: muon polarization decay at 1.6
K in zero field and �0H=0.6 T. The solid curves are fit to stretched
exponential functions. The dashed lines are Kubo-Toyabe relaxation
curves, expected in the case of a frozen, fully disordered, ground
state with a 0.02 T internal field distribution width, chosen to re-
produce the fast initial relaxation in zero field. Note the character-
istic 1/3 polarization recovery at long time, which is not observed in
the data. Note also that applying a �0H=0.6 T field in this static
scenario should completely suppress the relaxation.
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where �� /2�=135.5 MHz /T is the muon gyromagnetic ra-
tio, H� is the characteristic width of the fluctuating field
distribution at the muon site, � is the fluctuation rate and H
the applied field, if any. The time-dependent polarization in
Ba2HoSbO6 in zero applied field was fitted to a stretched
exponential exp�−��t�	� with 	=0.75
0.1, likely reflecting
a distribution of relaxation times. The thermal dependence of
the characteristic muon relaxation rate � is plotted in the
main panel of Fig. 5 and indicates a slowing down of the
magnetic fluctuations from 300 K down to 5 K, where the
fluctuation rate saturates and remains constant down to 20
mK. Marked changes in the muon relaxation rate at about 15
and 5 K are noticeable and likely reflect the Ho3+ CEF level
scheme through changes in the field H� at the muon site.

From the fits of the muon polarization plotted in the inset
of Fig. 5, and using Eq. �1� for �0H=0 T and �0H=0.6 T,
we estimate that on the low-temperature dynamical plateau
�T�5 K�, ��300 MHz and �0H��0.07 T. This latter
value of the field at the muon site is surprisingly small since
if one makes the usual assumption that muons �being posi-
tively charged� stop next to the oxygen O2− ion, and that the
Ho3+ moment is about 10�B, �0H� is expected to be on the
order of 1 T. This point will be addressed later in the discus-
sion after the determination of the Ho3+ CEF parameters.

D. Neutron-scattering experiments

Neutron powder-diffraction measurements were carried
out using the GEM diffractometer at ISIS and the polarized
neutron diffractometer D7 at the ILL in zero applied field.
The results collected at 20 and 1.5 K from GEM were refined
using GSAS starting from the lattice parameters reported in
the literature.17 With these parameters the refined crystallo-
graphic model gave good agreement with the experimental
data indicating that the crystal structure of Ba2HoSbO6 re-
mains cubic between room temperature and at least 1.5 K.
There is no appearance of additional intensity, Bragg peaks,
or diffuse scattering in the diffraction pattern between 20 and
1.5 K indicating the absence of magnetic order.

To investigate the low-temperature magnetic properties of
Ba2HoSbO6 further, neutron polarization analysis was car-
ried out on D7 down to 60 mK. So-called “xyz” analysis
allows the complete separation of the various nuclear and
magnetic contributions to the scattering that combine to give
the total scattering observed in standard diffraction such as
that performed on GEM.38 This technique is therefore ex-
tremely powerful in obtaining unequivocal magnetic infor-
mation, as the coherent magnetic scattering arising from
electronic magnetic moments can be isolated �henceforth we
simply call this “the magnetic scattering”�. Starting from em-
pirical analytical formulas and using relevant coefficients39

the magnetic form factor for Ho3+ was compared to the mag-
netic neutron scattering using a least-squares fitting package.
As shown in Fig. 6, the magnetic scattering closely follows
the form factor squared of Ho3+, with no variation between
60 mK and 5 K. This again confirms that there is no mag-

netic phase transition in this temperature range and addition-
ally rules out any significant spin-spin correlation which
would necessarily lead to departures from the observed form.

To investigate the crystalline electric field, we performed
inelastic neutron spectroscopy measurements on Ba2HoSbO6
using the MARI spectrometer at ISIS. In the investigation of
magnetic frustrated systems, obtaining crystal field param-
eters and finding the associated crystal field level scheme
have been proven to be extremely useful in explaining ob-
served properties and ground states adopted.28 Figure 7
shows the inelastic neutron data at T=5 and 200 K with
initial neutron energies of 8 and 60 meV. The implications of
these results will be discussed below.

IV. ANALYSIS AND DISCUSSION

As described above, there is no magnetic phase transition
in Ba2HoSbO6 down to 21 mK, and persistent dynamics re-

FIG. 6. �Color online� Magnetic component of Ba2HoSbO6

from the xyz-polarized neutron diffractometer D7 at the ILL. No
magnetic order is present and the �Q�-dependent scattering fits the
form factor for Ho3+ between 5 and 0.06 K, shown by the dashed
line in the plot.

FIG. 7. �Color online� Inelastic neutron-scattering data �crosses�
taken with the incident neutron energy Ei=8 and 60 meV at T=5
and 200 K. The solid curves are the best fit of the data using the
FOCUS fitting package through ISIS.
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vealed by �SR, possibly suggesting a spin liquid state with a
surprisingly low value of the fluctuating field. However co-
operative paramagnetism �signaled by finite spin correla-
tions� is ruled out by the neutron-scattering measurements.
Thus Ba2HoSbO6 does not afford another example of the
spin liquid state that has been reported in other geometrically
frustrated systems.40–47 In order to clarify the nature of the
ground state of Ba2HoSbO6, we now present our analysis of
the crystal field level scheme of Ho3+, based on the inelastic
neutron-scattering measurements. As advertised, we find that
the Ho3+ ions have a nonmagnetic ground state, which, com-
bined with weak magnetic coupling, largely accounts for the
bulk measurements presented above. Ba2HoSbO6 is thus a
Van Vleck paramagnet with a nonmagnetic ground state, as
has been observed in fluoride and chloride-based double per-
ovskites with integer value of total angular momentum of the
rare-earth ions.25

A. Crystalline electric field

The crystal field Hamiltonian can be expressed as

HCEF = �
nm

Bn
mOn

m, �2�

where On
m are Stevens’ operators acting on the J angular

momentum states and Bn
m are the CEF parameters.48 The

symmetry at the site of the rare-earth ion under investigation
determines which of the terms in HCEF are nonzero. For the
site of cubic symmetry, m3m, of the Ho3+ ions in
Ba2HoSbO6 there are only four terms in the crystal field
Hamiltonian. Furthermore, there is a simple relation between
the two fourth-order terms and the two sixth-order terms.
Therefore only two parameters B4 and B6 are required to
describe the CEF. HCEF is written as follows:

HCEF = B4
0�O4

0 + 5O4
4� + B6

0�O6
0 − 21O6

4� . �3�

To determine the crystal field parameters from neutron
spectroscopy it is convenient to make use of the results of
Lea, Leask, and Wolf �LLW� �Ref. 49� wherein the normal-
ized eigenvectors and eigenvalues for all integer and half
integer J values between 2 and 8 were tabulated using all
possible values of the ratio between the two crystal field
parameters. In this way the problem of finding values for the
crystal field parameters in cubic symmetry is reduced to a
one-dimensional problem, without approximation.

They achieve this by rewriting Eq. �3� in the following
form:

HCEF = B4
0F�4�

O4
0 + 5O4

4

F�4�
+ B6

0F�6�
O6

0 − 21O6
4

F�6�
, �4�

where F�4� and F�6� are constant factors for a particular J.
To cover all the possible values of the ratio between B4 and
B6 LLW set,

B4
0F�4� = WxB6

0F�6� = W�1 − �x�� , �5�

where −1�x�1 and W is introduced in these equations as a
scale factor between −�W� for the crystal field energy
levels. The CEF parameters can then be found by scanning

for possible values which match the pattern of the peaks
from neutron spectroscopy by varying x, and then applying
an appropriate energy scaling value W, where these values
are entirely equivalent to the B4 and B6 parameters. All the
possible x positions from the LLW plots that could be real-
istically matched to the spectra of peaks were used to find
and verify a fit to the data. Ultimately it was found that only
one region, around x=0.76, allowed a close fit to peak posi-
tion and intensity along with the peak variation with tem-
perature. Using the least-squared fitting package FOCUS,50 we
find that the x=0.761 and W=−0.0504 meV provides the
best fit to the inelastic neutron-scattering data for all tem-
peratures measured between 300 and 5 K �Fig. 7�, as shown
by the solid curves.

The CEF parameters for Ho3+ in Ba2HoSbO6 are therefore
found to be

B4
0 = − 0.123 � 10−2 meV,

B6
0 = − 0.167 � 10−5 meV

with an error of 
0.007�10−2 and 
0.007�10−5 on B4
0 and

B6
0, respectively.

The CEF energy-level scheme is shown in Fig. 8. The
lowest-lying energy level for Ba2HoSbO6 is in Bethe’s
notation �3,51 which is a nonmagnetic doublet. The �3
doublet is nonmagnetic since both degenerate eigenstates
��3�a� and �3�b�� have symmetric wave functions with no
matching mJ states between the wave functions. For Ho3+ in
Ba2HoSbO6 �3�a�=0.574�−8.0	−0.229�−4.0	−0.486�0.0	
−0.229�4.0	+0.574�8.0	 and �3�b�=0.045�−6.0	+0.706�
−2.0	+0.706�2.0	+0.045�6.0	. Hence the magnetic moment,
given by the expectation �
�i�Jz��i	�, is zero.

This supports the lack of magnetic ordering as described
in the experimental section and again excludes cooperative
paramagnetic behavior. It is, however, important to note that
the presence of a nonmagnetic ground state does not neces-
sarily preclude magnetic effects and even the development of
magnetic order in the system since this can occur through
mixing of higher crystal field levels into the ground state by
the magnetic exchange interaction. The first two excited lev-
els are a triplet and a singlet, which are magnetic and non-
magnetic, respectively.

FIG. 8. Calculated crystal field energy levels for Ho3+ in
Ba2HoSbO6.
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An applied magnetic field lifts the degeneracy of the crys-
tal field levels and causes admixture of the states. This ad-
mixture leads to the possibility of a crossover of the energy
levels which changes the nature of the ground state.52–55 Be-
cause the magnetic interaction due to the applied field is of
the same order as the crystal field interaction the ion is de-
scribed by the combined Hamiltonian

HF = HCEF − gJ�BH . J , �6�

where gJ is the Landé factor, �B the Bohr magneton, and H
the applied magnetic field. The calculated field dependence
of the two lowest-energy levels of Ho3+ in Ba2HoSbO6 is
shown in Fig. 9. It is clear that there is no level crossing
between the doublet levels and triplet levels. The validity of
this prediction is currently being tested in field-dependent
measurements.

B. Calculation of susceptibility and magnetization

Using the wave functions and energies tabulated by LLW
for compounds with cubic symmetry, one can calculate the
magnetic susceptibility using the Van Vleck formula,56

� =
NgJ

2�B
2

QkBT ��
i

�
�i�Jz��i�	2exp�− Ei

kBT
�

+
2NgJ

2�B
2

Q ��
i,j

�
�i�Jz�� j�	2

Ej − Ei
exp�− Ei

kBT
� �7�

and the zero-field partition function,

Q = �
i

gi exp�− Ei

kBT
 , �8�

where N is Avogadro’s number, Jz the z component of the
total angular momentum J. ��i	 are the eigenstates of the
Hamiltonian which has energy given by Ei where the number
of identical terms are taken into account by introducing a
degeneracy factor.

The calculated susceptibility for Ba2HoSbO6 is shown by
the solid curve in Fig. 2�a�, which is in good agreement with
experimental data. This confirms the validity of the crystal
field parameters discussed above. Note that the saturation of
the susceptibility to a finite value as T→0 reflects the second
�Van Vleck� term in Eq. �7�. It should be emphasized that a
finite susceptibility at T=0 is not inconsistent with zero mo-
ment. Thus � represents the moment induced by a weak
field, and is related to the variance of the zero-field moment
fluctuations by �2��T, which disappears at T=0.

It is interesting to note that, although the derived magnetic
moment from the Curie-Weiss fit shown in Fig. 2�a� is close
to the free-ion moment for Ho3+, this does not preclude a
nonmagnetic ground state. Figure 10 shows the calculated
effective moment using the identity �ef f =��kBT /N �this
quantity should not be confused with the moment derived
from the Curie constant, described above�. It is clearly seen
that the effective moment remains close to the free-ion mo-
ment of 10.6�B down to around 10 K, which corresponds to
the energy between the nonmagnetic ground state and first
excited magnetic crystal field level. Then there is a sharp
drop off due to depopulation of excited states due to thermal
excitations being ever more statistically prohibited until the
effective moment vanishes at 0 K, indicating that there is no
induced moment effect in zero field. Experimental confirma-
tion of this would confirm that there is no mixing of levels
due to exchange interactions. The susceptibility itself satu-
rates to a finite maximum value as the temperature ap-
proaches absolute zero, reflecting the quantum fluctuations
of the magnetic moment about its zero mean value.

The large finite Van Vleck susceptibility is consistent with
the form factor observed by neutron polarization analysis.
According to the single-ion model, in the zero-temperature
limit, the scattering should arise purely from the excitation
�by neutron energy loss� of higher crystal field states, which
is temperature independent.

The match between experiment and theory for the single-
ion model thus largely rules out the possibility of there being
any significant induced moment due to mixing of energy
levels which can occur if the critical ratio of the effective
exchange field to the crystal field is reached. The single-ion
crystal field model used here can thus explain all the zero-
field behavior described above. In order to put an upper

(b)(a)

(c)

FIG. 9. Splitting of the twofold and threefold degeneracy of the
ground state and first excited crystal field energy levels due to an
applied field as calculated using Eq. �6� described in the text.

FIG. 10. �Color online� Effective moment calculated from the
Van Vleck susceptibility. Inset is the expanded view of the low-
temperature region.
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bound on the magnitude of any induced moment, it would be
appropriate to extend the study of the bulk magnetic suscep-
tibility down to very low temperature.

We now turn to the applied field measurements. The mag-
netization M��0H ,T� is derived by adding the Zeeman term
to the crystal field Hamiltonian �Eq. �6�� and is given by the
following equation:57

M��0H,T� = gJ�B

�
i


i�J . Ĥ�i	exp�− Ei�H�
kT


�

i

exp�− Ei�H�
kT

 �9�

where Ĥ is a unit vector of the applied magnetic field. Figure
11�a� shows the calculated isothermal curves at T=1.8 K
with magnetic field applied along three principal axes. The
magnetization is not saturated in �0H fields up to 7 T with
the calculated values depending on applied field directions.
The result of the powder averaging magnetization is shown
by the blue curve in Fig. 2�b�, which is also in good agree-
ment with the experimental data. Figure 11�b� shows the pre-
dicted results for a low field applied along the �100� direc-
tion. It is clear that for any finite field there is magnetization
induced in the sample, even at low temperatures. This high-
lights the fact that even a small applied magnetic field will
perturb the zero-field CEF scheme and result in an induced
magnetic moment, although the ground state is nonmagnetic
at zero applied field.

C. Calculation of specific heat

The solved crystal field Hamiltonian was used to calculate
the magnetic heat capacity in zero and applied magnetic
fields. The specific heat was calculated by first finding the
eigenstates of the Hamiltonian in Eq. �6� and then adding the
hyperfine interaction as a perturbation on these states. The
hyperfine splitting of the states is described to first order by
the effective nuclear-spin Hamiltonian58

H = h�atIz + Pt�Iz
2 −

1

3
I�I + 1��� , �10�

where I is the nuclear spin, at and Pt are, respectively, the
dipolar and the quadrupolar hyperfine parameters. The z axis
is chosen to be parallel to the total angular momentum J. For

165Ho3+ �I=7 /2 and J=8� there are 136 levels.
There are intraionic and extraionic contributions to the

hyperfine parameters. Because of the strong hyperfine cou-
pling in Ho3+, the total dipolar hyperfine constant at is domi-
nated by the dipolar intraionic term

a� = ao
Jz	 , �11�

where ao is the dipolar hyperfine coupling constant and the
expectation value 
Jz	 is calculated for each state under con-
sideration. In the present case the extraionic contribution a�
is entirely due to the applied field; a�=8.9 MHz /T. The total
dipolar parameter is the sum at= �a�+a��. At a site of cubic
symmetry there is no extraionic contribution to the quadru-
polar parameter and there is just the intraionic part Pt
= P0
3Jz

2+J�J+1�	 /J�2J+1�.
The contribution to the specific heat in an applied field at

a given temperature T is then given by

C =
kB

�kBT�2��
i

Ei
2Pi − ��

i

EiPi2� , �12�

where the sum is carried out over the 136 energy levels Ei;
here Pi is the population of the ith state.

The calculated contribution to the heat capacity at various
applied magnetic fields averaged for the polycrystalline na-
ture of the specimen is shown in Fig. 4�b�. The data is in
good agreement with the experimental results seen in Fig.
4�a�. At zero fields there is no nuclear Schottky anomaly
which indicates that there is no hyperfine splitting. The an-
gular momentum of the Ho3+ ion is fully quenched �
Jz	=0
and therefore at=0�. This confirms that the ground state is
nonmagnetic. The applied field induces a moment in the
Ho3+ ion and the concomitant large hyperfine splitting of the
states induces the Schottky anomaly in applied fields. We
note that the induced magnetic moment on the Ho3+ ion is
not saturated in fields up to �0H=7 T, which results in a
lower value of the nuclear Schottky anomaly than the one
observed in a compound where the holmium ion is fully
polarized �
Jz	=8�. We mention in passing that as shown in
Fig. 10�a� the calculated induced moment and therefore heat-
capacity data strongly depend on the direction of the applied
fields �data not shown�. Measurements on single-crystal
samples would be necessary to confirm this behavior.

D. �SR of the single-ion model

In the analysis of the low-temperature �SR data, we
found a characteristic fluctuating field at the muon site
�0H��0.07 T, too small to be due to the full electronic
moment of Ho3+. Another source of magnetism is of nuclear
origin which usually leads to much smaller dipolar internal
fields on the order of 1 G. However, in the special case
of Van Vleck paramagnets, nuclear magnetism can be
strongly enhanced through the magnetic hyperfine structure59

and lead to unusually large internal field distribution at the
muon site.32 The 165Ho hyperfine coupling constant a
=130.6 mol /emu �Ref. 59� and the T-independent Van
Vleck susceptibility of Ba2HoSbO6, c=�=2.4 emu /
mol Ho, yield a strong enhancement factor of �1+ac�

(b)(a)

FIG. 11. �Color online� Calculated magnetization from CEF pa-
rameters for Ba2HoSbO6 at �a� 1.8 K for the field applied along the
principal axes and �b� various temperatures for a field applied along
�100� direction.
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�310. Therefore, for temperatures smaller than the first ex-
cited �1 level energy 0.91 meV, the dipolar field �2.8 G at
the muon �O2−� site due to the 4.03 nuclear magnetons mo-
ment of a single 165Ho3+ ion is enhanced to �0.09 T which
compares favorably to our experimental determination
�0H��0.07 T. Besides, from the observed fluctuation rate
��300 MHz at low temperature, we can estimate the
nuclear interaction Jnuc /kB��� /kB�2 mK. A rough calcu-
lation of the dipolar field at a Ho site created by a nearest-
neighbor enhanced 165Ho nuclear moment yields the energy
scale of 3 mK so that the nuclear interaction Jnuc can be
ascribed to enhanced nuclear dipole-dipole interaction. In
conclusion we find that the �SR data can be understood
consistently in terms of enhanced nuclear magnetism of the
165Ho only with the assumption of a truly nonmagnetic
ground state for the Ho3+ ion.

V. CONCLUSION

Our measurements establish that the Ba2HoSbO6 double
perovskite with an fcc magnetic lattice is an example of a
Van Vleck paramagnet with a nonmagnetic doublet ground

state. As discussed above, the study of such a system is po-
tentially interesting, as there must be a competition between
a cooperative paramagnetic state and a nonmagnetic state. In
Ba2HoSbO6, we find no magnetic phase transition down to
very low temperature �20 mK�. While either cooperative
paramagnetism or nonmagnetic behavior would be consistent
with these observations, neutron scattering shows that the
single-ion CEF effect is dominant in this material. It would
be of great interest to find an experimental system, perhaps a
double perovskite, in which the competition between ex-
change and CEF is more evenly balanced. In this context,
our investigation of Ba2HoSbO6 may serve as a useful
benchmark.
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